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ABSTRACT 

An investigation was conducted to determine the low-cycle (under 10 000 cycles) 
crack growth characteristics of through-center-cracked specimens 0.060 in. (0.152 cm) 
thick subjected to tension-tension cyclic loading. The following factors  were studied: 
(1)minimum to maximum initial s t r e s s  intensity ratio Ri; (2)  the maximum gross  
s t r e s s  applied, as percentage of critical f racture  s t ress ;  and (3) cyclic rate. The crack 
growth ra te  was found to be a function of s t r e s s  level expressed as percentage of critical 
f racture  s t r e s s  for specimens tested a t  the same  Ri value. A crack growth relation 
was developed which takes into account changes in  Ri in the low-cycle region. When 
the cycle ra te  was decreased from 0.5 to 0.05 Hz,  the cyclic life w a s  reduced, but only 
for  high initial s t r e s s  intensities. 

ii 



FACTORS INFLUENCING LOW-CYCLE CRACK GROWTH IN 2014-T6 


ALUMINUM SHEET AT -320' F (77 K) 


by William S. Pierce dnd Timothy L. Sul l ivan 


Lewis Research Center 


SUMMARY 

An investigation was conducted to determine the.low-cycle (under 10 000 cycles) 
crack growth characteristics of through- center- cracked 2014-T6 aluminum specimens 
0.060 inch (0.152 cm) thick subjected to tension-tension cyclic loading at -320' F (77 K). 
The following factors were studied: (1)initial stress intensity ratio, varying from 0 to 
0.7; (2) the maximum gross stress applied, as percentage of critical fracture stress 
varying from 60 to 90 percent; and (3) the cyclic rate ranging from 0.05 to 0.5 hertz. 

The crack growth rate d a / m  is a function of the percentage of critical fracture 
stress for specimens tested at the same ratio of minimum to maximum initial s t ress  in­
tensity. A s  was expected for these cases, the growth rate increased with an increase in 
the percentage of critical fracture s t ress  (for equal values of crack length, 2a). 

A crack growth relation was developed which takes into account changes in the ratio 
of minimum to maximum initial s t r e s s  intensity in the low-cycle region. 

When the cycle rate was decreased from 0.5 to 0.05 hertz, the cyclic life was halved 
at a ratio of maximum initial s t r e s s  intensity to nominal fracture toughness equal to 0.9. 
A s  this ratio was decreased to 0.6, the effect of cyclic rate on cyclic life became negli­
gib1e. 

INTRODUCTION 

Structures such as cryogenic propellant tanks may undergo many cycles of loading 
during their lifetime. Such cyclically loaded structures may be subjected to fatigue crack 
growth during a portion of their lives because of the presence of material defects. There­
fore,  in recent years considerable effort has been expended to determine the factors 
which influence cyclic crack growth and to develop cyclic crack growth equations which 
take these factors into account. Knowledge of the effects of these factors will help to 



prevent premature failure of cyclically loaded structures. 
Paris (ref. 1)developed a power law relation for crack growth rate as a function of 

stress intensity factor range. Broek and $chijve (ref. 2) modified the Paris relation to 
account for the effects of change in Ri (the ratio of minimum to maximum initial stress 
intensity factors Kmin, i/Kmax, ) and the effect of specimen width. Forman (ref. 3) also 
modified Paris' relation to account for  changes in Ri and to meet certain end-point con­
ditions. Hudson and Scardina (ref. 4) compared the relations developed in references 1 
to 3, with Forman's equation giving the best f i t  to the data. However, all these investi­
gators have f i t  their equations to data which have cyclic lives in excess of 10 000 cycles. 
In reference 5 it was found that, for the low-cycle region, Forman's equation did not ade­
quately account for the effects of change in Ri. Therefore, a modification to Forman's 
work is proposed in this report to account for  changes in Ri in the low-cycle area. 

Because little information is available on crack growth rates in the low-cycle region, 
a research program was conducted at the Lewis Research Center to determine the effects 
of various factors on the crack growth rate and cyclic lives in the crack growth life re­
gion under 10 000 cycles. The material chosen for  this investigation was the aluminum 
alloy 2014-T6, which is currently being used in several launch vehicle systems. In these 
systems, the material may be subjected to cryogenic temperature. Therefore, the tests 
were conducted at -320' F (77 K), where this material is more sensitive to the presence 
of flaws or cracks (ref. 6). 

This report presents the results of tests to determine the crack growth characteris­
tics of through-center-cracked specimens 0.060 inch (0.152 cm) thick subjected to 
tension- tension cyclic loading. The following factors which affect cyclic crack growth 
rate were experimentally investigated: (1)initial stress intensity ratio, Ri; (2) the max­
imum gross s t ress  applied, as percentage of critical fracture s t ress ;  and (3) the cyclic 
rate. The value of Ri was varied from 0 to 0.7, percentage of critical fracture stress 
from 60 to 90, and cyclic rate from 0.05 to 0.5 hertz. Also a crack growth rate relation 
which accounts for changes in Ri is presented for the low-cycle crack growth region. 
The effect of Ri on cyclic life and scatter bands for groups of identical tests a r e  also 
presented. 

SYMBOLS 

a half-crack length, in. ; cm 
-a half-crack length corrected for plasticity effects, in. ; cm 

C coefficient (eqs. (6) and (7)) 

c1 coefficient (eq. (5)) 
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c2 coefficient (eq. (10)) 

E modulus of elasticity, psi; gN/m 2 

f frequency, Hz 

g constant (eqs. (3) and (4)) 

h constant (eq. (3)) 

K stress intensity factor, ksi  &; MN/m3/2 

AK stress intensity factor range, Kmax - Kmin, ksi G;MN/m3/2 

Kcc 
cyclic critical stress intensity factor, ksi &; MN/m 3/2 

nominal fracture toughness, ksi &; MN/m3l2 

m exponent (eqs. (5)and (10)) 

N number of load cycles 

/ K ~ ~R ratio of K ~ ~ in ~a given cycle (positive s t ress  only) 

W sheet width, in. ; cm 

0 ,  P constants (eq. (7)) 

Y exponent (eq. (6)) 

6,0 constants (eq. (8)) 


(T uniform gross fracture stress acting normal to plane of crack, ksi; MN/m 2 


U
YS 

uniaxial yield strength, ksi; MN/m 2 

Subscripts: 

C critical 

f failure 

i initial condition (first cycle) 

2 last complete cycle before failure 

max value at maximum cyclic load 

min value at minimum cyclic load 

APPARATUS AND PROCEDURE 

Specimens were machined from sheet nominally 0.060 inch (0.152 cm) thick. All 
material came from a single heat of 2014-T6 aluminum. Its chemical composition is 
given in the following table: 

3 



. . . ~-

I A l u m i i u m  alloy composition, wt. % IMg Fe 1 Zn Cr Ti 

4.45 0.92 0.69 0.57 0.60 0.05 0.04 0.02 

Crack Growth Specimens and Test Procedure 

For the cyclic crack growth studies, 3-inch- (7.6-cm-) wide center-cracked speci­
mens were used. Specimens were machined s o  that the center crack was normal to the 
sheet rolling direction. The center crack for all the tests was approximately 0.3 inch 
(0.8 cm) long. Complete dimensions of this specimen a r e  given in figure l(a). The tests 
were conducted at -320' F (77K)  by immersing the specimens in liquid nitrogen. 

Continuity gages (ref. 7)were used to measure cyclic crack growth. Calibration 
tests showed that the gages gave an accurate indication of the crack length.. An instru­

, ,-Thickness 0.060 +O.M)1 
,,,/' (0.150 +O. 003) 

. - ~ -
I 

I 
II 

1.6 	 2.0 __(_ 1.6 A 1.4 4 'LThickness0.060+0.001 
(5.1) (4.0) (3.5) (0. 150 k0.003)

&-- -r8.0 (20) 

(b) Smooth. 

Figure 1. - Smooth and cracked tensi le specimens. (Dimensions are in inches (cm).) 
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-68-2972 

Figure 3. - Specimen installed in tensile 
Figure 2. - Crackedtensile specimen withcontinuity gages. 	 fatigue testing machine with cryostat 

in lowered position. 

mented specimen is shown in figure 2. Load and continuity gage output were recorded on 
a multichannel direct- recording oscillograph. From �he oscillograph trace, the crack 
length after each cycle could be determined within &O. 01 inch (&O. 03 em). 

The fatigue machine used in this study is shown in figure 3. A servocontrolled 
closed-Loop load control system was used. A hydraulic cylinder provided load and was 
controlled by an electrohydraulic servovalve. A dml-bridge strain-gage load transducer 
provided the control system feedback signal and the oscillograph load readout signal. A 
function generator provided a sinusoidal command signal. The fatigue machine was capa­
ble of applying a maximum load of 20 000 pounds (89 000 N). Its limiting frequency was 
about 1 hertz. 

After  the test  specimen was inserted in the machine, the cryostat was raised to sur­
round the specimen. The cryostat was then filled with liquid nitrogen. Liquid level was 
monitored with carbon resistor probes. Additional liquid was added as required during 
the test to keep the specimen totally immersed. 
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Material Property Tests 

The static material properties at room and cryogenic temperatures were obtained 
from Orange (ref. 6). The same heat and thickness of material used by Orange was used 
in this study. The type of specimen used to determine the 0.2 percent offset yield 
strength, ultimate strength, and elastic modulus is shown in figure l(b). The test results 
are given in table I. 

ANALY S I S  

Stress Intensity Calculations 

Calculation of the s t r e s s  intensity in a finite-width center-cracked sheet subjected to 
uniform tension requires a correction for width effect. The Irwin- Westergaard tangent 
relation has been commonly used for width effect correction. Paris and Sih (ref. 8) indi­
cate that a more accurate width correction is available from the work of Isida (ref. 9). 
In the discussion portion of reference 10, C. E. Fedderson points out that the polynomial 
correction of Isida can be replaced with a very compact secant expression. For ratios 
of crack length to specimen width 2a/W up to 0.8, the secant expression approximates 
the Isida polynomial within 0 . 3  percent. 

The stress intensities and fracture toughness values reported herein were calculated 
by using the secant width correction expression as indicated in the following equation: 

K =  c r f q 

In equation (1)the half-crack length is corrected for plasticity effects by 

-	 1 K2a = a + - ­
28 ,2 

YS 

Nominal fracture toughness Kcn can be calculated from the initial half-crack length 
ai by using the equation 
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where 

2 

-a. = a. + -1 

2a 2 
(J

Y S  

Nominal fracture toughness Kcn is always equal to or less than the critical s t ress  inten­
sity (fracture toughness) Kc. For cases where subcritical crack growth is only a small  
percentage of the initial crack length, Kcn is a reasonable approximation of Kc. 

The value of Kc reported in table I was obtained from the data in reference 6. How­
ever, the secant width correction (eq. (l)),rather than the tangent correction, was used 
in the calculations. The value reported is based on data from wider specimens than were 
used in this study. 

The value of Kcn was also obtained by using the secant width correction (eq. (2)). 
Data for 3-inch- (7.6-cm-) wide specimens were taken from reference 6. Because speci­
mens with 0.3-inch (0.76-cm) cracks were not tested in reference 6, it was necessary to 
interpolate between results obtained from specimens with 1/4- and 1/2-inch (0.64- and 
1.27-cm) cracks. The value for oC was also obtained by interpolation. 

Growth Rate Calcu lat ions 

Two methods were used to determine d(2a)/dN as explained in the following para­
graphs. It was originally planned that only one method, which used a computer, would be 
used for the entire program. However, as explained below, under certain conditions 
meaningful values could not be obtained with this approach. Therefore, the more-time­
consuming hand calculations were used when the computer method did not give accurate 
values of d(2a)/dN. Figure 4 shows a comparison of the growth rate  curves obtained by 
both methods. 

For specimens 1to 24, which were used for the data presented in figures 8 to 11 and 
figure 14 (pp. 13 to 17, and p. 20), the following method was used to calculate the crack 
growth rate da/dN. Data showing the crack length as a function of number of s t ress  cy- ’ 

cles w e r e  plotted, and a smooth curve w a s  drawn to give a good visual f i t .  Figure 5(a) is 
typical of the curves obtained. Ten points were selected on each curve. A t  each point 
the slope d(2a)/dN was determined graphically and instantaneous values of Kmax and 

Kmin were calculated by using equation (1). The same value of a was used to calculate 
both Kmax and Kmin. (Conditions in which compressive s t resses  are involved were not 
examined and a r e  not par t  of this study. ) In figures 8 to 11and 14 the growth rate is 
plotted as da/dN. The calculated values and test conditions a r e  presented in tables 11 
and 111for specimens 1to 24. 
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---- Hand calculated 
Computer calculated 

Z I 
40 60 80 


Maximum crack t ip  stress intensity, KmaP ksifi. 

u 

3 40 60 80 
Maximum crack t ip  stress intensity, 

K,,,, MN/m3/* 

Figure 4. -Comparison of crack growth rates ob­
tained from hand-calculated and computer-
calculated slopes. 

For specimens 25 to 54, which were used for the data presented in figures 12 and 13, 
the following method was used to calculate the crack growth rates. The data were plotted 
as crack length versus log, of the number of cycles remaining Nf - N. Figure 5(b) is 
typical of the curves obtained. A least-squares fit was used to determine the equation of 
the curve in figure 5(b). This equation was assumed to have the following general form: 

2a = g loge(Nf - N) + h (3) 

Differentiation of equation (3) gives the following relation for crack growth rate: 
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1.0 
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91.2 
.8 


Number of cycles, N 
(a) Crack length as funct ion of  stress cycles. Specimen 6. 

E, 
a­
s' 2.6 
F-a 

5 2.4 

2. 2 

2. 0 

1.8 

L 6  

c4 

L 2  

L a  

.8 
. 5  

0 1 2 3 4 5 6 7 
Log, (Nf - N) 

(b)Crack length as funct ion of stress cycles remaining. Specimen 40. Crack 
length, 2a - g log, (Nf - N) + h. 

Figure 5. -Typical crack growth curves fo r  2014-T6 a luminum at -320" F (77 K). 
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Ten representative points were selected on each curve. A t  each point the crack growth 
rate was  calculated by using equation (4). Values for Kmax and Kmin were calculated 
by using equation (l),as in the previous method. The calculated values and test condi­
tions are presented in tables 11and IV for specimens 25 to 54. 

It was found that equation (3) gave a good f i t  with the experimental data up to a life of 
about 1500 cycles. For  longer lives the experimental data deviated from equation (3) by 
an amount too large to get accurate values of d(2a)/dN from equation (4). Specimens 1 
to 24 were used to determine the effect of Ri on da/dN. Some of these specimens had 
lives as long as 8600 cycles. For  consistency, da/dN for all these specimens regardless 
of cyclic life was determined graphically. Specimens 25 to 54 were used to investigate 
scatter and the effect of cyclic rate on life and da/dN. A l l  these specimens failed in less 
than 1560 cycles; hence, equation (4) was used to obtain da/dN. 

Crack Growth Rate Equation 

A s  described in the INTRODUCTION, Forman's equation (ref. 3) gave good agree­
ment with data in which the cyclic life was primarily above 10 000 cycles. In reference 5 
and in this investigation it was found that for the low-cycle crack growth region, Forman's 
equation did not adequately account for the effects of change in Ri. Also, it was found in 
reference 5 that the slope of the growth rate curve appeared to be a function of Ri. 
Therefore, Forman's equation 

da - C ~ A K ~  
-

dN (1 - R)Kc - AK 

which can be written as 

dN 


was modified to let the effects of Ri be partly accounted for by varying the exponent in 
the equation. The proposed equation takes the following form: 

dN Kcc - Kmax 
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where y and C are functions of Ri. 
In equation (6), as in equation (5b), the denominator forces the growth rate to in­

finity as Km, approaches the critical s t ress  intensity. The term Kcc (cyclic critical 
s t ress  intensity) was used rather than Kc because it appears that, by cycling, a critical 
s t ress  intensity can be obtained that is slightly higher than the normal static Kc value. 
The value of Kcc was assumed to be the maximum value of Kmax approached by the 

curves of figure 8. This value was found to be 69.0 ksi  6.(75.8 MN/m3/2) (approxi­
mately 4 percent higher than Kc for  this material at -320' F (77 K)). 

Exponent, y 

Figure 6. - Relation of coefficient C t o  expo­
nen t  y. 

The constant C appears to be a straight-line function of y when plotted on semilog 
coordinates (see fig. 6). This function can be written as 

C = ea+& 

The exponent y was assumed to be a straight-line function of Ri, which takes the form 

11 




f 8 Percentage of cr i t ical  8 

' - 6  
e­


5 
c 

& 
Y 

4 
0 . 1  . 2  . 3  . 4  .5 . 6  .7 

Ratio of m i n i m u m  to maximum in i t ia l  stress intensity, R i  

F igure 7. - Relation of y to Ri ratio, for  various percentages of cr i t ical  frac­
t u r e  stress. 

It was found that different values of 6 and 0 are required for each percentage of critical 
fracture stress. These results a r e  plotted in figure 7. 

RESULTS AND DISCUSSION 

For  all results except those associated with the cyclic rate and data scatter studies, 
two or  three tests were made for each condition. The results were very similar,  and 
therefore one specimen was selected out of each group to be used in the analysis and fig­
ures.  Five identical specimens were run for  the cyclic rate and scatter tests. The data 
are presented in tables III and IV for  all specimens. 

In the figures showing crack growth rates, some tests exhibited peculiar growth 
rates during the early stages of crack growth. This may be associated with establishing 
new conditions at the crack tip. This portion of the data was omitted from the figures but 
was included in the tables. 

Effect of Percentage of Cr i t i ca l  Fracture Stress o n  Crack Growth 

In figures 8(a) to (c), crack growth rate is plotted as a function of maximum crack tip 
stress intensity for  three percentages of critical fracture s t r e s s  (sC and various R.

1 
ra­

tios. These s t r e s s  levels correspond to 60, 75, and 90 percent of the s t r e s s  level re­
quired to cause fracture in a 3-inch- (7.6-cm-) wide specimen containing a 0.30-inch 
(0.76-cm) through-crack at -320' F (77 K). For equal Ri values and crack length, the 
crack growth rate increases with increase in percentage of critical fracture s t ress .  This 
relation is shown by the dashed curve in figure 8(a) for  Ri = 0. The same general trend 
appears in figures 8(b) and (c) fo r  Ri of 0.23 and 0.47, respectively. Therefore, it 
appears that in discussing crack growth rate, we must consider not only maximum stress 
intensity and stress intensity ratio Ri, but also the percentage of critical fracture s t r e s s  
(or maximum cyclic stress).  
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10-2y 

Specime 

Id t 
20 40 60 80 2a 40 60 80 

Maximum crack t ip stress intensity, Kmax, k s i 6  

L u u 
30 40 60 80 30 40 60 80 30 40 60 80 


Maximum crack t ip  str  s intensity, 
Kmap MNlmIh 

(a) R~ - a (b) R i  - 0.23. (CI R~= a 47. 

Figure 8. - Crack growth rate as function of maximum crack t ip stress intensity for through-cracked tensile spedimens for various percentages of critical fracture stress at 
a given ratio of min imum to maximum ini t ia l  stress intensity (Ri ratio). 
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1 0 - ~ ~ ~? 
40 60 80 20 40 60 80 

Maximum crack t ip  stress intensity, Kmax, ksifi. 

u u 

30 40 60 80 30 40 60 80 

Maximum crack t ip  stress intensity, Kmax, 

(a) Percentage o f  cr i t ical  fracture stress oc, (b) Percentage of cr i t ical  f racture stress oc, 
60. The following constants were used: 7. 5. The following constants were used: 
a = -5.2; p = -9.3; 6 = 7. 2; e = -2.8. a = -5.2; p = -9.3; 6 = 6.8; e = -3.0. 

I I I 
30 40 60 80 

u 

40 60 80 

(c) Percentage of cr i t ical  fracture 
stress uc, 90. The following 
constants were used: a = -5.2; 
p = -9.3; 6 6.4; 9 = -3.4. 

Figure 9. - Comparison of actual and predicted (us ing eq. (6))crack growth rates as funct ion of maximum crack t i p  stress intensity for through-cracked tensi le 
specimens at various ratios o f  m in imum to maximum in i t ia l  stress intensity (Ri ratios). 
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Maximum crack t ip stress intensity, Kmax, MN/m3/, 

(a) Percentage of cr i t ical  fracture stress uc, 60. (b) Percentage of critical fracture stress uc, 75. (c) Percentage of cr i t ical  fracture 
stress uc, 90. 

Figure 10. - Comparison of actual and predicted (using eq. (5b)) crack growth rates as funct ion of maximum crack t ip  stress intensity for through-cracked 
tensile specimens at various ratios of min imum to maximum in i t ia l  stress intensity (Ri ratios). 
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Crack Growth Relat ion 

The crack growth relation presented in the section ANALYSIS (eq. (6)) is compared 
with the actual growth data in figures 9(a) to (c) for  all test conditions. For  each per­
centage of oc, a computer program was used to find the best values of a, p, 6, and 8 to 
f i t  the data, considering all Ri ratios simultaneously. Once these values are known, C 
and y can easily be calculated for any Ri ratio (positive s t ress  only) by using equa­
tions (7) and (8). By running a minimum of one test specimen at each of two different Ri 
values (0 and 0.8) and the same percentage of ac, these factors (C and y )  could be de­
termined without the use of a computer program. (The actual number of tests depends on 
the confidence level desired; see section Scatter Bands for Rate Tests. ) By using a plot 
such as figure 9 and selecting two points on the curve f o r  Ri = 0, a simultaneous solution 
of equation (6) will give one value of C and y .  Repeating this procedure for Ri = 0.8 
will give another value for C and y .  Substitute these two values of C and y into equa­
tion (7) and solve simultaneously for a and 6. Similarly, substituting the values of y 

and Ri into equation (8) gives values of 6 and 8. With the values of a, 6 ,  6, and 8 
determined, C and y can be obtained for various Ri by using equations (7) and (8). The 
values of da/dN can then be calculated by using equation (6) and the appropriate values 
of C and y .  

This procedure would be valid for only one percentage of uc. A s  shown by the vari­
ous curves in figure 7, 6 and 8 must be determined for each percentage of uc. Two 
more specimens would have to be tested for each desired percentage of oc. 

In figures lO(a)to (c) the crack growth rate curves obtained by using Forman's 
method (eq. (5b)) are compared with the actual growth rate data. The values of C1 and 
m used in the equation were 2 . 3 ~ 1 0 - l 9and 4.4 ,  respectively. These constants were de­
termined by using a least-squares fit to the data. In almost all cases, the results found 
by using the method presented in this study (eq. (6)) show better agreement with the actual 
data than do the values obtained by using the Forman method (eq. (5b)). However, if the 
constants in Forman's method were evaluated for each percentage of uc, a better fit 
than that shown in  figure 10 would probably be obtained. 

Effect o f  R i  Ratio on Crack Growth Rate 

Figures ll(a)to (c) show crack growth rate da/dN as a function of crack tip s t ress  
intensity range AK for various Ri ratios at given percentages of critical fracture 
stress. In general, the slopes of the growth rate curves increase with increase in Ri. 
In all tests, the average slope of the curves is higher than 4 to 1. This slope corre­
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20 40 60 80 100 


Crack tip stress intensity range, AK, ks i f i  


I 1 ' I I L I I I I I 

15 20 40 6 0  ~ EO 1W 


Crack tip stress intensity range, AK, MN/m3j2 


(a) Percentage of critical fracture stress ac, 60. 

(b) Percentage of critical fracture stress ac, 75. IC)Percentage of critical fracture stress ac 90. 

Figure 11 -Crack growth rate as function of crack tip stress intensity range for through-cracked tensile specimens for various ratios of minimum to maximum initial 
stress intensity (Ri ratios) at given percentageof critical fracture stress. 
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sponds to the value of the exponent m in the Paris crack growth relation (ref. 1 and 
eq. (10)) 

da = C2AKmdN 

and usually appears in the literature as 4. In most of the results reported herein, the 
slope is more than double this value. A straight-line f i t  to the curve does not have much 
meaning because the slope varies considerably from one portion of the curve to another. 
Equation (5a) predicts a curve shape with increasing slope, such as that shown in fig­
u re  11. However, the predicted change in slope with change in Ri is not always great 
enough for the low-cycle tests of this study. 

Effect of Cycle Rate on Growth and Li fe  

The effect of cyclic rate on cycles to failure is shown in figure 12. When the cycle 
rate was reduced from 0.5 to 0.05 hertz, the cyclic life was decreased by almost one-

. I  

Maximum gross 
f racture stress, 

Omax, 
ks i  (MNlcm') 

47.7 (32.9) 
39.8 (27. 5) 
31.8 P L  9) 
symbols denote 0. 
symbols denote 0. 

I 1 I l l  I 
1 

05 her tz  
5 her tz  

1 I111111 I I I111111 I I 1 1 1 1 1 1 1  1 
10 100 loo0 

Cycles to fa i lure,  Nf 

I I I I I I l l  
10 000 

Figure 12. - Effect of ratio of maximum in i t ia l  to nominal  c r i t i ca l  stress in tens i ty  Kmax, i/Kcn and cycl ic rate on  
cycles to failure. Ratio o f 'm in imum to maximum in i t ia l  stress intensity, R i  = 0. 1. 

half at KmZ, /Ken = 0.9. A s  this ratio was decreased to about 0.6, the effect of cyclic 
rate on cyclic life became negligible. 

The effect of cyclic rate on crack growth rate is shown in figures 13(a)to (c) for 
given percentages of critical fracture s t ress  

( T ~ .  
The bands produced by the groups of 

five specimens a re  shown. In figures 13(a) and (b) (60 and 75 percent of oc) the bands 
produced for the two cyclic rates nearly coincide. At 90 percent of oc (fig. 13(c)) the 
bands are distinct, with the crack growth rate lower for specimens tested at 0.5 hertz 
than for those tested at 0.05 hertz. Thus, the change in crack growth rate and cyclic 
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Figure 13. - Scatter-bands for crack growth rate as funct ion of maximum crack t ip stress intensi ty for  through-cracked tensile specimens for two cyclic rates at given 
percentage of cr i t ical  fracture stress. 



life due to cyclic rate is most predominant at high percentages of ac. This may be due 
to a time-dependent crack growth process which is most pronounced when the specimen 
is subjected to high stress levels. 

Effect of Stress Intensity o n  Cycles to Fai lure 

The effect of maximum stress intensity and s t ress  intensity ratio on cycles to failure 
is shown in figure 14. A family of curves was drawn with one distinct curve for each Ri 

5 6 13 
6 0 14 e 2 3  
7 a 15 t 24 

ZJm .-	E E  9 8 0 16 
x z  
i? .4 I I I I l l l , l  I I l d . - l ~ 1 1 l I I l l l l I1 L~ LLIJ 

.1 1 10 100 1000 10000 
Cycles to failure, Nf 

Figure 14. - Effect of ratio of maximum in i t ia l  to nominal  cr i t ical  stress in tens i ty  Kmax i/KCn. and ratio o f  m i n i ­
m u m  to maximum in i t ia l  stress in tens i ty  (Ri  ratio) o n  cycles to failure. See table III'for i n i t ia l  specimen con­
dit ions and test data. 

ratio. For a given value of Kmm, i/Kcn, the cyclic life increases with increasing Ri 
or, conversely, the cyclic life decreases with increasing AK. For  K,,, i/K cn = 0.7, 
increasing Ri from 0 to 0.5 changed the cyclic life from 300 to 2100 cycles. 

Scatter Bands for Rate Tests 

The five duplicate specimens used to determine the effect of cyclic rate in figure 13 
were also used to determine the approximate size of the data scatter band. These groups 
of five specimens were tested at three different percentages of crC and two cyclic rates. 
The maximum band width covered a growth rate range of about 2. 5 to 1, as shown in fig­
ure  13(a) at 0.5 hertz. 

20 




SUMMARY OF RESULTS 

An investigation was conducted to determine the low-cycle (less than 10 000 cycles) 
crack growth behavior and cyclic life at -320' F (77K) of 2014-T6 aluminum through-
cracked tensile specimens. The results are as follows: 

1. The crack growth rate da/dN is a function of the percentage of critical fracture 
stress (T

C 
for specimens tested at the same R.

1 
value (the ratio of minimum to maxi­

mum initial stress intensity factors Kmin, i/Kmax, i). When crack growth rate was 
plotted as a function of Kmax for various percentages of ( T ~and constant Ri, the 
growth rate increased with increasing percentages of uC (for equal values of crack 
length 2a). 

2. A crack growth relation is presented which takes into account changes in Ri 
ratio (positive stress only) in the low- cycle region. The equation takes the following 
form: 

dN K c c - Kmax 

where y and C a r e  functions of Ri and the percentage of critical fracture s t ress ,  N 
is the number of load cycles, and Kcc is the cyclic critical stress intensity factor. 

3. For the cyclic lives studied, a log-log plot of crack growth rate against AK 
shows that the average slope of the growth rate curve increased with increase in Ri. 
The average slope of the curves was higher than 4 (a value used by Paris for  data in the 
104- to 106-cycle region) and in most cases was  more than double this value. 

4. When the cycle rate was reduced from 0.5 to 0.05 hertz, the cyclic life was de­
creased by almost one-half at a value of Kmax, i/Kcn = 0.9 (where Kcn is nominal 
fracture toughness). A s  this ratio was decreased to about 0.6, the effect of cyclic rate 
on cyclic life became negligible. The crack growth rate  was  lower for specimens tested 
at 0.5 hertz than for those tested at 0.05 hertz (Kmax, i/Kcn = 0.9). 

Lewis Research Center, 
National Aeronautics and Space Administration, 

Cleveland, Ohio, December 18, 1968, 
124- 08- 08-2 0- 22. 
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TABLE I. - MATERIAL PROPERTIES 

(a) U. S. Customary Units 

Tempera- 0.2 Percenl Ultimate Elastic Critical Nominal 
ture, offset yield tensile modulus, stress fracture  
OF strength, strength, E, intensity, toughness, 

cr 
YS’ 

ks i  ksi  Kc,
ks i  k s i G  ksi& 

-

70 65.0 72.3 10. 4x103 --_­
-320 75.2 86.7 11.5 66.2 42.7 

(b)SI Units 

rempera- 0.2 Percent Ultimate Elastic Critical Nominal 
ture, offset yield tensile modulus stress fracture 
K strength, strength E, intensity, toughness, 

CJ
YS’ 

m / c m ’  “m2 Kc’ 
m / c m 2  ~ ~ / m 3 / ~MN/m3/2 

293 44.8 49.9 71.7 
77 51.8 59.7 79.3 72.8 46.9 

~~ 

Cyclic 
critical 
Stress 

intensity, 

K c c  
ksidin. 

Cyclic 
critical 
stress 

intensity, 

Kcc, 
1”/m3’2 

75.8 
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TABLE Jl. - CRACK GROWTHDATA FOR 2014-T6 ALUMINUM AT -320' F (71 K) 

(a) U. S. Customary Units 
~ 

Crack gumher Crack 
length of load growth 

2% cydes, rate, 

in. N 


in./cycle 

~ 

0.32 0 O.O16x10-' 

.34 800 .018 

.37 1600 .022 

.42 2400 .034 

.45 2800 .044 

.49 3200 .062 


.56 3600 . lo9  


.62 3800 .110 


.75 4000 1.078 


.85 4016 5.0 
__ ____ 

0.31 0 0.012x10-3 

.33 800 .015 

.36 1600 .021 

.40 2400 .036 

.44 2800 .050 

.48 3200 ,064 

.55 3600 ,102 

.59 3800 .121 

.66 4000 .261 

.83 4092 2.25 


0.32 0 0. 260x10-3 

.34 50 .285 

.38 100 .290 

.40 150 .285 

.43 200 .290 

.46 250 ,350 

.50 300 .530 

.57 350 .910 

.73 400 5.410 

.84 404 I. 0 


0.31 0 1 . 1 0 0 ~ 1 0 - ~  

.35 100 . lo2  

.39 200 .IO0 

.43 300 . lo5  

.48 400 .155 

.57 500 .290 

.60 525 .375 

.62 550 .575 

.68 575 L.612 


1.00 584 I .  8 
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Ztress intensity facto 
K, 

ksi G 
____ 

Maximu1 Mimmum 

38.2x10: 2 7 . 1 ~ 1 0 ~  


Change Crack Numbei Crack 
in stres .en@ of load growth 
intensib 2% cycles, rate, 
factor, in. N da/dN, 

AK 
-

in. /cycle 

l l . lXl0  0.34 0 0.319x10 

11.6 .36 20 .344 

12.2 .39 40 .331 

13.1 .42 60 .315 

13.6 .45 80 .431 

14.4 .49 100 .625 

15.6 .55 120 .875 

16.6 .59 130 1.119 

19.4 .67 140 3.125 


Ztress intensity facto Change 
K, in stresi 

ksi 6 intensib 
factor, 

Maximu Minimum AK 

39.6x1( 8 . 8 ~ 1 0 ~  30.8x10 

41.1 9.2 32.0 

42.6 9.5 33.2 

44.4 9.9 34.5 

46.1 10.2 35.9 

48.6 10.7 37.8 

51.9 11.4 40.5 

54.1 11.9 42.3 

58.3 12. I 45.7 

69.3 14.6 54.7 


37.7x10 8. 4x103 29. 3x1( 

39.9 8.9 31.0 

42.0 9.4 32. I 

44.1 9.8 34.3 

46.0 10.2 35.8 

48.9 10.8 38.1 

50.9 11.2 39.7 

54.2 11.9 42.4 

51.0 12.4 44.6 

64.3 13.8 50.6 


39.8 28.2 

41. I 29.6 

44.5 31.5 

46.3 32.7 

48.7 34.3 

52.4 36.8 

55.5 38.9 

63.2 43.8 

69.4 47.5 


37.8X101 t6. W103 

39.2 37.8 

40.9 38.9 

43.4 30. I 

45.4 32.1 

47.9 33.8 

51.6 36. 3 

54.2 38.0 

58.3 LO. 7 

68.1 16.7 


3 8 . 3 ~ 1 0 ~17. 4x103 

39.9 8.2 

41.8 9.0 

43.4 9.7 

45.1 !O. 4 

46.7 '1. 1 

49.2 '2.2 

53.2 3.8 

62.2 7.4 

68. I 9.8 


3 7 . 7 ~ 1 0 ~7 . 2 ~ 1 0 ~  

40.2 8.3 

42. I 9.4 

45.0 0.4 

48.0 1.7 

52.9 3.7 

54.8 4.5 

55.7 4.9 

58.8 6.1 

BO. 2 3.4 


21.9 .85 146 20.62 


11.0x10~ 0.31 0 0.912x10-

11.4 .34 20 .e75 

11.9 .38 40 .862 

12. I .41  60 .850 

13.3 .45  80 .937 

14.1 .50 100 1.55 

15.3 .54 110 2.31 

16.2 .59 120 3.51 

17.6 .64 125 6.98 

21.4 .77 130 !l.00 


2 0 . 8 ~ 1 0 ~  I. 31 0 1 . 9 4 ~ 1 0 - ~  37.lx10 0.0 37.7xia 

21.8 .35 10 1.80 10.1 10.1 

22.8 .38 20 1.75 12.3 12.3 

23.7 .42 30 2.02 14.3 14.3 

24.7 .44 35 2.45 15.6 15.6 

25.6 .41  40 3.40 17.4 17.4 

37.0 .51  45 5.20 39.6 19.6 

19.3 .59 50 0.8 54.1 54.1 

34.8 .67 53 0.2 58.7 58.7 

38.9 .a0 55 9.5 36.2 i6. 2 


1O.6x1O3 ). 30 0 1 . 4 2 ~ 1 0 - ~  37.2x10: 0.0 l7.2XlO 

11.9 .33 10 1.55 39.2 19.2 

13.3 .36 20 1.68 11. 2 11.2 

14.6 .40 30 1.80 13.3 13.3 

!6. 3 .44 40 1.92 15.4 15.4 

!9.1 .48 50 2.25 L7.8 7.8 

IO. 3 .54 60 4.40 i1.6 11.6 

IO. 8 .60 65 8.70 i4. 9 14. 9 

12. I .67 68 8.8 i8.7 88.7 

6.8 .74 69 0.0 12.6 2.6 




TABLE II. - Continued. CRACK GROWTH DATA FOR 2014-T6 ALUMINUM AT -320' F (I1K) 

I 
(a) Continued. U. S. Customary Units 

peci. Crack ?umber Crack Stress intensity fador change Spec1 Crack Number Crack :tress intensity factor Change 

men Length, f load growth K, in stress mer length, Of load 50- K, in stresi 

in. N factor, in. N am, factor, 

in. /cycle Maximum Minimum AK in. /cycle Kinimum AK 


~ 

~ 


9 0.31 0 O.O06X10-' 3 0 . 1 ~ 1 0 ~1 9 . 3 ~ 1 0 ~  10. 9x103 13 0.30 0 0.025x10' 29.9X10: 1 4 . 1 ~ 1 0 ~  15.8X10: 

.32 1000 .008 30.9 19. 8 11.2 .33 400 .031 31.1 14.6 16.5 

.34 2000 .012 31.9 20.4 11.5 .36 800 .049 32.5 15. 3 11.2 

.38 3000 .022 33.5 21.4 12.1 .40 1200 .080 34.8 16.3 18.5 

.44 4000 .039 36.2 23.1 13.1 .49 1600 .142 38. I 18.1 20.6 

.54 5000 .010 40. I 25.9 14.8 .56 1800 .211 41.8 .9.5 22.3 

.62 5500 .111 44.4 28.2 16.2 . 6 1  2000 .382 41.4 !l.6 24.9 
.I1 5150 .246 48.0 30.3 11.I . I O  2100 .941 51.3 !3.6 21. 7 


2% cycles, rate, ksi dK intensity 2% cycles, rate, h i  dK intemity 

.86 5950 .761 54. I 34.3 20.5 .93 2150 2.45 51. I !6.2 31. 5 

1.05 5990 11.0 63.6 39.1 24.5 1.11 2169 21.5 66.9 !9.6 31.3 


~ 

10 0.30 0 0.001x10" 29. 9x103 le. 1x10~  IO. eX1o3 14 0.31 0 0.150XlO' 30.2x10' 23.2x10: 

.31 1500 .003 30.2 19.3 10.9 .34 100 .150 31. 6 24.3 

.32 3000 .006 30. I 19.7 11.1 .31  200 .180 33.1 25.5 

.34 4000 .008 31.5 20.2 11.3 .40 300 .211 34.8 26. I 

.36 5000 .014 32.5 20.8 11. I .46 400 :402 31.5 28.8 

.40 6000 .025 34.4 22.0 12.4 .52 450 .640 39. I 30.5 

.46 7000 .044 31.4 23.9 13.5 .60 500 1.01 43.3 33.4 

.59 8000 .093 43.0 21.3 15. I .66 525 1.52 45.9 35.4 

. I 6  8500 .359 50.3 31. I 18.6 .80 550 4.58 51.8 40.1 


1.08 8611 45.8 65.1 39.9 25.2 1.04 560 36.0 63.0 49.2 


11 0.31 0 O.O4OX10-' 3 0 . 4 ~ 1 0 ~1 4 . 3 ~ 1 0 ~  1 6 . 1 ~ 1 0 ~  15 0.30 0 0.075x10- 29.9X10' 23. (1x10: 
.34 300 .051 31.7 14.9 16.8 .32 100 .085 30.8 23. I 

.31 600 .051 33.3 15.6 11.6 .34 200 .095 31.7 24.4 

.40 800 .067 34,4 16.2 18.2 .36 300 .131 32.7 25. 1 

.42 1000 .081 35. I 16. 8 18.9 .39 400 .187 34.3 26. 3 

.46 1200 .115 37.4 17. 5 19.8 .44 500 . 2 8 1  36.4 28.0 

.52 1400 .214 40.1 16.8 21.3 .51 600 .430 39.6 30.5 

.65 1600 .439 45.4 2 1 . 1  24.2 .63  700 .805 44.5 34.3 

.76 1100 .800 50.2 23.2 27.0 .76 150 2. 16 50.3 38.9 


1.09 1748 33.8 65.1 29.2 36.5 1.05 711 18.8 63. 5 49.6 


12 0.33 0 0.041x10'3 3 1 . 1 ~ 1 0 ~14. 6X1O3 1 6 . 4 ~ 1 0 ~  16 0.32 0 0.375x10- 30.6xlO: 30.6x10: 
.35 200 .049 32.1 15.1 17.0 .35 40 .469 32.4 32.4 

.37 400 .060 33.1 15.6 17.5 .39 80 .500 34.1 34.1 

.40 600 .071 34.4 16.2 18.2 .41 100 .650 35.0 35.0 

.43 800 . lo6  36.0 16.9 19.1 .44 120 .761 36.4 36.4 

.48 1000 .159 38.4 18.0 20.4 .48 140 1.02 38.0 38.0 

.56 1200 .231 41. I 19.5 22.2 .52 160 1.28 39.9 39.9 

.69 1400 .481 41.3 22.0 25.3 .56 180 1.81 42.6 42.6 

.91 1500 3.62 56. I 25.9 30.8 .71 200 6.19 48.1 48.1 


1.13 1509 16 68.0 30.0 31.9 .98 208 51.5 60.0 I 60.0 
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TABLE II. - Continued. CRACK GROWTH DATA FOR 2014-T6 ALUMINUM AT -320' F ( I1  K) 

(a) Continued. U. S. Customary Units 
. .  

Crack Numbei Crack itress intensity facto Change Speci Cracl Numbei Crack itress intensity factor ehang 
le&h,  of load growth K, in stresf men en& of load growth K, in strer 

in. N factor, in. N ~ factor 

in. /cycle Maximu AK in. /cy& Maximu Minimum AK 
- -

0.30 0 0 . 3 1 2 ~ 1 0 - ~  29.9XlC 29.9X10' 21 0.30 0 0.022XlO 23.lxlO 5. 5x103 17.6Xll 

.33 40 .350 31.2 31.2 .32 400 .029 23.8 5. I 18.1 

.36 80 .425 32.7 32.7 .34 800 .041 24.7 5.9 18.8 

.40 120 .562  34.4 34.4 .39 1200 , 0 6 6  26.3 6.3 20.0 

.45 160 .637 36.7 36. I .46 1600 .112 28.8 6.9 21.9 

.52 200 1.26 39.7 39.7 .51 1800 .167 30.6 7.3 23. 3 

.58 220 1.89 42.4 42.4 .60 2000 .258 33.3 7.9 25.4 

.72 240 7.56 48.4 48.4 .78 2200 .806 39.2 9.2 29.9 

.84 245 19.0 53.6 53.6 1.00 2280 2.56 46.3 LO. 8 35. 5 


1.02 
-. 

248 io. 0 62.0 62.0 - 1.33 
-

2303 35.8 59.0 13.2 45.8 

~ 


0.30 0 0 . 0 0 3 ~ 1 0 - ~  23.3X10 1 2 . 1 ~ 1 0 ~  22 0.32 0 0.021x10 23.7x10 5 . 7 ~ 1 0 ~  18. OXlC 

.32 1000 . O O l  23.7 12.3 .33 400 .028 24.4 5.8 18.6 

.33 2000 .012 24.4 12.6 .37 800 .054 25.6 6.1 19.5 

.36 3000 .016 25.5 13.2 .43 1200 .114 27.8 6.6 21.2 

.40 4000 .021 26.7 13.8 .48 1400 .173 29.8 7.1 22.7 

.46 5000 .035 28.7 14.9 .57 1600 .250 32.5 7.7 24.8 

.56 6000 .071 32. a 16.7 .72 1800 .541 37.2 8.8 28.4 

.64 6500 .122 34.9 18.2 .88 1900 1.225 42.5 LO. 0 32.5 

.84 7000 .287 41.0 21.5 1.06 1950 3.050 48.5 L1.2 31.3 


1.31- 7313 '0.0 60.8 33.3 - 1.48 1968 18.0 66.8 (4.5 52.4 

-. 


0.31 0 0 . 0 0 4 ~ 1 0 - ~  23.6x10 1 2 . 2 ~ 1 0 ~  23 0.32 0 0.055x10. 23.7X10' 0.( 23.7x10 

.33 1000 .007 24.2 12.5 .34 200 .057 24.5 24.5 

.35 2000 .015 24.9 12.9 .36 400 .075 25.4 25.4 

.39 3000 .020 26.3 13.6 .40 600 . lo7 26.8 26.8 

.43 4000 .027 27.9 14.4 .45 800 .162 28.6 28.6 

.50 5000 .047 30.3 15.7 .54 1000 .257 31.4 31.4 

.64 6000 .119 34.6 18.0 .59 1100 .347 33.3 33.3 

.80 6500 .205 39.6 20.7 .68 1200 .607 35.9 35.9 


1.10 6900 1.12 49.9 26.5 .99 1300 4.02 45.9 45.9 

1.50 6985 1.4 68.0 38.0 - 1.28 

-

1317 il. 7 56.7 56.7 


0.32 0 0.016X10-3 23.8XlO' 1 8 . 1 ~ 1 0 ~  24 0.32 0 0.035x10- 23. 7x10: 0.0 23.7x10 

.34 400 .031 24.4 18.6 .34 200 .061 24.5 24.5 

.38 800 ,064 25.9 19.7 .37 400 . l l l  25.9 25.9 

.44 1200 . l o2  28.2 21.4 .43 600 .166 27.8 27.8 

.49 1400 .144 29.8 22.7 .51 800 .271 30.7 30.7 

.56  1600 .220 32.2 24.6 .59 900 .444 33.1 33.1 
.I O  1800 .495 36.4 27.8 . 7 2  1000 1.20 37.3 31.3 

.83 1900 .931 40.7 31.2 .92 1050 3.52 13.8 13.8 


2% cydes, rate, b i  G intensity 2% cgcles, rate, h i  intensil 

~ - ­

.96 1950 1.76 44.9 34.4 1.05 1060 3.1 L8.0 18.0 

1.31 1986 7. 5 60.8 11.3 1. 38 1067 10.0 51.4 51.4 
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peci- Crack Number 
men Length, of l oad  

2% cydes, 

in. N 


25 0.29 0 

.35 28 

.40 52 

.45 12 

.50 85 

.55 89 


I 
.60 93 

, i .65 95 

.70 96 

. I 9  97 


26 0.32 0 

.35 14 

.40 31 

.45 42 

.50 53 

.55 58 

.60 60 

.65 62 


. I O  64 


.73 65 


21  0.34 0 

.35 3 

.40 17 

.45 28 

.50 38 

.55 44 

.60 48 

.65 50 

.70 51 


.74 52 


28 0.34 0 


.35 4 


.40 16 


.45 32 


.50 42 


.55 47 


.60 52 


.65 54 


.70 55 


.74 56 


TABLE U. - Continued. CRACK GROWTB DATA FOR 2014-T6 ALUMINUMAT -320' F (71 K) 

(a) Continued. U. S. Customary Units 

Crack tress intensity factor, Change Speci- Crack Number Crack Stress intensity factor, 

growth K, in stress men Length, of load growth K, 

.rate, ksi& intensity 2% cydes, rate, ksi & 

w m ,  factor, in. N 


in. /cycle Maximum W m u m  A K  in./cyde "un linimum 

~ 


0. 424X10-3 36. 5x103 3. 2 ~ 1 0 ~3 3 . 2 ~ 1 0 ~  29 0.35 0 1 . 0 5 ~ 1 0 - ~  3 9 . 9 ~ 1 0 ~  3. 5x103 

.763 40.2 3.6 36.6 .40 11 1. 70 43.3 3.6 


1.25 43.2 3.8 39.4 .45 23 2.64 46.2 4.1 

2.06 46.1 4.1 42.1 .50 30 4.10 49.0 4.3 

3.38 49.0 4.3 44.7 .55 36 6.37 51.8 4.5 

5.56 51.8 4.5 47.2 .60 40 9.90 54.6 4.8 

9.14 54.6 4.6 49.8 .65 41  15.4 57.4 5.0 


15.0 57.4 5.0 52.4 .70 43 23.9 60.3 5.2 

24.7 60.2 5.2 55.0 .75 43 37.1 63.2 5.4 

60.3 65.5 5.6 60.0 .81 44 62.9 66.8 5.6
-
0 . 6 3 2 ~ 1 0 - ~  3 8 . 1 ~ 1 0 ~  3 . 4 ~ 1 0 ~  3 4 . 7 ~ 1 0 ~  30 0.38 0 1 . 5 5 ~ 1 0 - ~  42. 4x103 3 . 8 ~ 1 0 ~  


.884 40.2 3.6 36. 7 .40 1 1.18 43.3 3.8 

1.45 43.3 3.8 39.4 .45 2 2.84 46.2 4.1 

2. 37 46.2 4.1 42.1 .50 8 4.53 49.0 4.3 

3.87 49.0 4.3 44.7 .55 13 7.21 51.8 4.5 

6.34 51.8 4.5 47.3 .60 16 11.5 54.6 4.8 


10.4 54.6 4.8 49.9 .65 18 18.3 57.4 5.0 

17.0 57.4 5.0 52. 5 .70 19 29.1 60. 3 5.2 

27.8 60.3 5.2 55.1 . I 5  20 46.3 63.2 5.4 

37.3 62.0 5.3 56. I 
 --

0 . 7 5 2 ~ 1 0 - ~  39. 6X1O3 3 . 5 ~ 1 0 ~  3 6 . 1 ~ 1 0 ~  31 0.34 0 1 . 8 3 ~ 1 0 - ~  39.8X103 3 . 5 ~ 1 0 ~  

.838 40.3 3.6 36.7 .35 1 1.96 40.2 3.6 


1.37 43.3 3.8 39. 5 .40 6 2.99 43.3 3.8 

2.24 46.2 4.1 42.1 .45 11 4.57 46.2 4.1 

3.67 49.0 4.3 44.7 .50 17 6. 99 49.0 4.3 

6.00 51.8 4.5 47.3 .55 21 10.7 51.8 4.5 

9.82 54.6 4.8 49.9 .60 22 16.3 54.6 4.8 


16. 1 57.4 5.0 52. 5 .65 23 24.9 57.4 5.0 

26.3 60.3 5.2 55.1 .70 24 38.1 GO. 3 5.2 

38.9 62.6 5.4 51. 3 .75 25 58.3 63.2 5.4 


._ ~ 

0. 6 6 3 x W 3  3 9 . 6 ~ 1 0 ~  3 . 5 ~ 1 0 ~  3 6 . 0 ~ 1 0 ~  32 0.33 0 1 . 3 1 ~ 1 0 - ~  39.ox10: 3 . 5 ~ 1 0 ~  

. I 4 2  40.2 3.6 36.7 .40 9 2.42 43.3 3.8 


1.24 43.2 3.8 39.4 .45 18 3.75 46.2 4.1 

2.08 46.1 4.1 42.1 .50 23 5.81 49.0 4.3 

3.47 49.0 4.3 44.7 .55 28 9.00 51.8 4.5 

5.80 51.8 4.5 41.3 . G O  30 14.0 54.6 4.8 

9.69 54.6 4.8 49.8 .65 31 21.6 57.4 5.0 


16.2 57.4 5.0 52.4 . I O  32 33.5 60.3 5.2 

27.1 60.2 5.2 55.0 .75 32 52.0 63.2 5.4 

40.9 62.6 5.3 57.2 .76 33 56.7 63.8 5.4 


~ 

Change 
in stresa 
intensity 
factor, 

AK 

36. 4x103 

39.4 

42.1 

44.7 

47.3 

50.0 

52.4 

55.1 

51.6 

61.2 


38. 6X103 

39.4 

42.1 

44.7 

47.3 

49.9 

52.4 

55. 1 

57. 8 


36.2X1O3 

36.7 

39.4 

42. 1 

44.7 

47. 3 

49.8 

52.4 

55.1 

51.8 


35.5x10' 

39.4 

42. 1 

44.7 

47.3 

49.9 

52.4 

55.1 

57.8 

56. 3 
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TABLE II. - Continued. CRACK GROWTHDATA FOR 2014-TB ALUMINUM AT -320' F (77 K) 

(a) Continued. U. S. Customary Units - _ _  
Speci. Crack Numbei Crack Stress intensity factor, ChangC Speci Numbei Crack Stress intensib factor Cbangl 

men length Of load growth K, in stres men of load P O *  K, in strei 


2% cydes, rate, k S i 6  intensit cycles, .rate, k S i G  intensil 

in. N - factor, N factor 


in. /cycle Masimui dini" AK in./cycle Maximun Minimum AK
- ~ 

33 0.32 0 1 . 3 9 ~ 1 0 - ~  38.6X10 3 . 4 ~ 1 0 ~  35. wia 37 0.30 0 0.135x10- 29.1X10 2.7~103 27.OXlD 

.35 8 1.74 40.2 3.6 36.7 .40 281 .282 34.6 3.2 31.4 

.40 16 2.62 43.3 3.8 39.4 .50 374 .591 39.1 3.6 35.5 

.45 24 3.94 46.2 4.1 42.1 .60 435 1.24 43.3 4.0 39.4 

.50 29 5.92 49.0 4.3 44.7 .70 46 5 2.59 41.6 4.3 13. 3 

.55 32 8.91 51.8 4.5 47.3 .80 478 5.43 51.8 4.7 17. 2 

.60 36 13.4 54.6 4.8 49.8 .so 486 11.4 56.3 5.0 51. 3 

.65 37 20.2 57.4 5.0 52.4 1.00 488 23.6 61.0 5.4 55. I 

.70 38 30.4 60.3 5.2 55.1 1.10 489 49.9 66.3 5.7 io. 6 

.76 39 49.6 63.8 5.4 58.3 1.13 490 62.3 68.0 5.8 12.2
- __ 

34 0.35 0 1 . 5 3 ~ 1 0 - ~  40.4x10 3 . 6 ~ 1 0 ~  36.5x10 38 0.31 0 0.116x10- 30.3x10: 2 . 8 ~ 1 0 ~  17.5x10 
.40 6 2.33 43.3 3.8 39.4 .40 227 .228 34.6 3.2 11.4 

.45 10 3.47 46.2 4.1 42.1 .50 386 .489 39.1 3.6 15. 5 

.50 19 5.16 49.0 4.3 44. I .60 456 1.05 43.4 4.0 19.4 

. 5 5  24 7.68 51.8 4.5 47.3 .70 487 2.25 47.6 4.3 13.3 

.60 26 11.4 54.6 4.8 49.9 .80 503 4.83 51.9 4.7 I. 2 

.65 28 17.0 57.4 5.0 52.4 .so 511 LO. 4 56.3 5.0 11.3 

.70 29 25. 3 60.3 5.2 55.1 1.00 514 12.3 61.1 5.4 15.7 

.75 30 37.7 63.2 5.4 57.8 1.10 515 L7.8 66.3 5.7 0.6 


- .76 31 40.9 63.8 5.4 58.3 1.14 516 i4.8 68.6 5.9 2. I 

~ ~ ~ ~ 


-

35 0.32 0 ,0.140X10-' 30.8x10' 2. eX1o3 28.OXlO 39 3.30 0 0.116x10-' 29.5x10' 2 . 7 ~ 1 0 ~  6.7x10 

.40 229 .248 34.6 3.2 31.4 .40 326 .268 34.6 3.2 1.4 

.50 375 .515 39.1 3.6 35.5 .50 428 .593 39.1 3.6 5. 5 

.60 444 1.07 43.3 1.0 39.4 .60 490 1.31 43.4 4.0 9.4 

.70 478 2.22 47.6 1.3 13.2 .70 518 2.90 47. 6 4.3 3.3 

.80 496 4.61 51.8 1.7 17.2 .80 529 6.42 51.9 4.7 7.2 

.90 504 9. 56 56.3 5.0 51.3 .90 534 4.2 56.3 5.0 1.3 


1.00 508 19.9 61.0 5. 4 55.7 L. 00 536 11.4 61.1 5.4 5. 7 

1.10 509 41.2 66.3 5.7 50.6 L.05 537 6.8 63.6 5. 5 8.1 

1.18 510 74.0 71.0 5.0 j5.0 1.08 537 19.4 65.2 5.6 9.6 


~ ~ 

-	

36 0.34 0 0.161XlO-' 31.8x10' 2 .  9x103 18.8Xlo: 40 I .  34 0 0.179x10-: 3 1 . 6 ~ 1 0 ~  2. 9x103 8.Ix10: 

.40 104 .251 34.6 3.2 11.4 .40 86 .301 34.6 3.2 1.4 

.50 210 .531 39.1 1.6 15.5 .50 199 .693 39.1 3.6 5. 5 

.60 277 1.12 43.4 1. 0 19.4 .60 255 1.60 43.3 1.0 9.4 

.I O  312 2.38 41.6 1. 3 13.3 .I O  277 3.68 47.6 1. 3 3.2 

.80 329 5.04 51.9 1. 7 17.2 .80 284 8.46 51.8 1.7 7.2 

.so 337 LO. 7 56.3 i.0 il.3 .85 287 2.8 54.0 1.8 9.2 


1.00 340 22.6 61.1 i.4 i5.7 .so 289 9.5 56.3 5.0 1.3 

1.05 341 12.8 63.6 i.5 i8.7 .95 290 9.6 58.6 5.2 3.4 

1.10 342 17.7 66.3 i.7 80.6 .04 291 2.7 63.0 5.5 7. 5 


~~ 

i 
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TABLE II. - Continued. CRACK GROWTH DATA FOR 2014-TB ALUMINUM AT -320' F (I1K) 

(a) Continued. U. S. Customary Units 

Speci- Crack Number Crack 
men Length, Of load growth 

2% cycles, rate, 

in. N w w ,  


in. /cycle 


0.35 0 0. 266X10-3 

.40 49 .391 

.50 141 .843 

.60 192 1.82 

. I O  209 3.92 

.80 211 8.41 

.90 220 18.3 

.95 22 1 26.8 


1.00 222 39.4 

1.11 223 91.9 


:tress intensity factor, 
K, 


ksi 

Maximun finimum 

32.3~10' 3 . 0 ~ 1 0 ~  


34.6 3.2 

39.1 3.6 

43.4 4.0 

41. 	I 4.3 

51.9 4. I 

56.4 5.0 

58. I 5.2 

61.2 5.4 

61.0 5.8 


~ 

Change Speci- Crack iumber Crack 
in stress men length, of load growth 
intensity 2% cycles, rate, 
factor, in. N ww,  
AK in. /cycle 

~ 

29. 	3x1O3 45 0.34 0 0 . 0 5 1 ~ 1 0 - ~  


31.4 .45 830 . l o 5  


35.5 .60 1201 .216 

39.5 . I 5  1361 . I27  


43.3 .90 1437 1.91 

41.3 1.00 1455 3.65 

51.4 1.10 1461 6.95 

53.5 1.20 1474 3.3 

55.8 1.30 1411 5.3 

61.2 1.39 1478 5.1 


~ 

29. m103  46 0.31 0 0.086x10-3 

31.4 .40 233 . l o 4  


35.5 .80 126 .311 

39.4 .80 884 1. 31 


43.2 .90 913 2.60 

41.2 1.00 930 4.95 

49.2 1.10 938 9.43 

51.3 1.20 942 8.0 

53.4 1.35 944 I.2 

51.1 1.44 945 4.2 


~ 

2 8 . 0 ~ 1 0 ~  0.34 0 O.O58X10-' 

29.2 .45 131  .116 

31.4 .60 1131 .301 

33.4 .I 5  1279 .Ill 

35.5 .90 1331 2.01 

39.4 1.05 1363 5.19 

43.2 1.15 1315 9.16 

45.2 1.25 1319 8.4 

49.2 1.35 1380 4.6 

53.0 1.43 1381 I.4 


2 8 . 8 ~ 1 0 ~  0.36 0 O.O59XlO-' 

31.4 .40 211 .016 

35.5 .50 716 ,145 

39.4 .60 880 .219 

43.2 .80 1101 1.02 

47.2 1.00 1155 3.76 

49.2 1.10 1167 I.20 

51.2 1.20 1114 3.8 

53.4 1.30 1171 6.5 

56.6 1.36 1118 9.1 


tress intensity factor 
K, 

ksi dz 
daximum M m u m  

24. 5x103 2. 3x1O3 

28.6 2. I 

33.5 3.2 

38.2 3.6 

42.9 4.0 

46.2 4.3 

49. 7 4.6 

53.5 4.9 

51.6 5.2 

61.8 5.4 


25. ex1o3 2. 4x103 

26.8 2.6 

33.5 3.2 

39.8 3.7 

43.0 4.0 

46.3 4.3 

49. I 4.6 

53.5 4.9 

59.9 5.3 

64.5 5.6 


24. 6X103 2. 3x103 

28.5 2. I 

33.4 3.2 

38.2 3.6 

42.9 4.0 

47.9 4.4 

51. 5 4. I 

55.4 5.0 

59.8 5.3 

63.8 5.6 


Changf 

in stres 

intensit. 

factor, 
AK 


22.2XlO 

25.8 

30.3 

34.6 

38.9 

42.0 

45.1 

48.6 

52.4 

56.4 


23.3X10 

24.3 

30.3 

36.1 

39.0 

42.0 

45.2 

48.6 

54.6 

58.9 


22.3x10 

25.8 

30. 3 

34.6 

38.9 

43. 5 

46.8 

50.4 

54.5 

58.3 

.~ 

42 0. 36 0 0 . 1 4 6 ~ 1 0 - ~  32.7x10' 3 . 0 ~ 1 0 ~  


.40 39 .203 34.6 3.2 


.50 161 ,464 39.1 3.6 


.60 232 1.06 43.3 4.0 


.I O  260 2.42 41. 6 4.3 


.80 280 5. 54 51.8 4. I 


.85 284 8.37 54.0 4.8 


.90 288 12.6 56.3 5.0 


.95 290 19.1 58.6 5.2 

1.03 291 31.0 62.5 5.5 


~ 

43 0.32 0 0 . 3 5 7 ~ 1 0 ' ~  30.9x12 2 . 9 ~ 1 0 ~  


.35 41  .455 32.2 3.0 


.40 92 .I 1 0  34.6 3.2 


.45 131 1.11 36.8 3.4 


.50 145 1.74 39.0 3.6 


.60 162 4.24 43.3 4.0 


.I O  111 10.3 47.5 4.3 


. I 5  113 16.2 49. I 4.5 


.85 114 39.5 54.0 4.8 


.94 175 BE. 2 58.1 5.1 


44 0.34 0 0.216x10-3 31.8x10' 2 . 9 ~ 1 0 ~  


.40 86 .348 34.6 3.2 


.50 184 .I 7 9  39.0 3.6 


.60 229 1.14 43.3 4.0 


.70 241 3.91 41. 5 4.3 


.80 255 8.14 51.8 4. I 


.85 258 13.1 54.0 4.8 


.so 259 19.6 56.3 5.0 


.95 261 29.3 58.6 5.2 

1.02 262 jl. 5 62.0 5.4 


25. 4x103 2 . 4 ~ 1 0 ~  23.0XlO 

26.8 2.5 24.2 

30.2 2.9 21.3 

33.4 3.2 30.3 

39. I 3. I 36.0 

46.2 4.3 41.9 

49. I 4.6 45.1 

53.4 4.9 48.6 

57. 5 5.2 52.4 

60.3 5.3 55.0 
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TABLE II. - Continued. CRACK GROWTH DATA FOR 2014T6 ALUMINUM AT -320' F (779) 

(a) Concluded. U. S. Customary Units - ~~ 

peci Crack Number Crack Stress intensity factor Change Speci Crack iumber Crack 3ress intensity factor Change 
nen length of load growth K,- in stress men lengtk of load growth K, in stresi 


2% cgdes, rate, ks in. intensity 2% cycles, rate, ksi intensi6 

in. N factor, in. N factor, 


in./cycle Maximur Minimum AK in. /cycle Maximun dinimum AK- ~ 
~ 

49 0.35 0 O.O49X10-' 24.6x10' 2. 4x103 22.5~10~ 52 0.35 0 0.055X10' 25.1x10: 2.4~10' 22.1x10: 

.50 966 .123 30.2 2.9 21.4 .45 688 .loo 28.6 2.7 25.8 

.70 1340 .399 36.6 3.5 33.2 .60 1049 .255 33.5 3.2 30.3 

.90 1476 1.30 42.9 4.0 38.9 .70 1169 .475 36.6 3.6 33.2 

1.00 1519 2.34 46.2 4.3 41.9 .80 1244 .885 39.8 3.I 36.0 

1.10 1539 4.23 49.7 4.6 45.1 .so 1291 1.65 42.9 4.0 38.9 

1.20 1550 7.64 53.4 4.9 48.6 1.00 1319 3.08 46.2 4.3 41.9 

1.30 1555 13.8 57.6 5.2 52.4 1.15 1336 7.84 51.5 4.7 46.8 

1.40 1558 24.9 62.3 5.5 56.8 1.25 1342 14.6 55.5 5.0 50.4 

1.48 1559 39.9 66.8 5.7 61.0 1.35 1346 !7.2 59.9 5.3 54.6 


50 0.34 0 0.047x10" 24.8X10: 2.4309 22.4x103 53 0.36 0 o.o9ox1o-' 25.2~10~ 2.4~10~ 22.aX1o3 
.40 525 .069 26.8 2.5 24.3 .50 662 .230 30.2 2.9 27.4 

.50 870 .137 30.2 2.9 27.4 .65 840 .618 35.0 3.3 31. I 

.60 1033 ,273 33.5 3.2 30.3 .75 899 1.19 38.2 3.5 34.6 

.70 1156 ,542 36.6 3.6 33.2 .85 931 2.31 41.3 3.9 37.5 

.80 1231 1.08 39.8 3.7 36.0 .95 948 4.46 44.6 4.1 10.4 

.90 1275 2.14 42.9 4.0 38.9 1.05 956 8.61 47.9 4.4 13.5 

1.05 1303 5.98 41.9 4.4 43.5 1.15 962 6.6 51.5 4.7 16.8 

1.20 1312 16.7 53.5 4.9 48.6 1.25 964 2.1 55.5 5.0 50.4 

1.34 1314 13.I 59.4 5.3 54.1 1.35 965 2.0 59.9 5.3 14.6 


51 0.38 0 0.050~10~~26.1~10~ 2. 5x103 23.6~10~ 54 0.36 0 O.O47X10-' 25.4x103 2.4~10~ t3.0~10~ 
.45 441 .080 28.6 2.7 25.8 .50 726 .118 30.2 2.9 !I.4 

.60 971 .214 33.5 3.2 30.3 .65 1031 .323 35.0 3.3 11.7 

.75 1148 ,511 38.2 3.5 34.6 .80 1174 .E80 39.7 3.7 16.0 

.so 1235 1.53 42.9 4.0 38.9 .so 1223 1.72 42.9 1.0 18.9 

1.00 1261 2.94 46.2 4.3 41.9 1.00 1248 3.35 46.2 1. 3 11.9 


­

- ~ 

1.10 1283 5.67 49.7 4.6 45.1 1.10 1269 6.54 49.7 1.6 5.1 

1.20 1290 LO. 9 53.4 4.9 48.6 1.20 1273 2.8 53.4 1.9 8.6 

1.30 1294 !l. 0 51.6 5.2 52.4 1. 30 1275 4.9 51.6 5.2 12.4 

1.31 1295 13.3 60.8 5.4 55.4 1.40 1276 8.7 62.3 5. 5 16. 8
- - _ _  


c 
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TABLE II. - Continued. CRACK GwlwTH DATA FOR 2014-T6 ALUMINUM AT -320' F 111K) 

peci- Crack ?umber Crack Stress  intensity factor, 
men length, of lo& growth 

2% cycles, rate, 
cm ti 

cm/cycle 

1 0.81 0 0. 0 4 0 ~ 1 0 - ~  

.81 800 .046 

.95 1600 .051 


1.01 2400 .081 

1.15 2600 .113 

1.25 3200 .159 

1.42 3600 .216 

1.56 3800 .433 

1.90 4000 2.74 

2.16 4016 63.5 


2 0.80 0 0 . 0 3 0 ~ 1 0 - ~  

.85 800 .031 

.91 1600 .052 


1.02 2400 .090 

1.11 2600 .128 

1.22 3200 .162 

1.39 3600 .259 

1.51 3800 .307 

1.69 4000 .662 

2.11 4092 31.1 


3 0.81 0 0. 660x10-3 

.88 50 .I24 

.95 100 . I37  


1.02 150 .I24 

1.10 200 . I37  

1.11 250 .E89 

1.28 300 1.35 

1.46 350 2.31 

1.86 400 13.7 

2.13 404 50.8 


4 0.19 0 0 . 2 5 4 ~ 1 0 - ~  

.89 100 .260 

.99 200 .254 


1.09 300 .261 

1.22 400 .394 

1.45 500 . I 3 1  

1.53 525 .952 

1.51 550 1.46 

1. I1 515 4.10 

2.54 584 41.6 


! '  

K, 

~ ~ / m 3 / '  

Minimum 

4 2 . 0 ~ 1 0 ~2 9 . 8 ~ 1 0 ~  

43.8 31.0 

45.9 32.5 

48.9 34.6 

50.9 35.9 

53.5 31.7 

51.5 40.4 

61.0 42. I 

69.4 48.1 

16.2 52.1 


~ 

41.1X1O3 29. 6X1O3 

43.1 30.5 

44.9 31.8 

41.7 33. I 

49.9 35.3 

52. I 31.1 

56. I 39.9 

59.6 41.8 

64.0 44. I 

14.8 51.3 


4 2 . 0 ~ 1 0 ~1 9 . 1 ~ 1 0 ~  

43.9 20.0 

45.9 20.9 

41, I 21. I 

49.6 22.5 

51.4 23.2 

54.1 24.4 

58.4 26.2 

68.3 30.1 

75.5 32. I 


41. 5x103 18. 9x103 

44.2 20.1 

46.9 21.3 

49.5 22.4 

52.7 23.8 

58.1 26.1 

60.2 26.9 

61.2 21.4 

64.7 28.7 

66.2 36. I 


(b)SIunits 
~ 

Change ipeci- Crack Number Crack Change 
in s t ress  men Length, of load growth in stresr 
intensity 2% cgdes,  rate, intensitg 
factor, cm ti W d N ,  factor, 
AK cm/cyde Maximum Minimum AK 

~ 

1 2 . 2 ~ 1 0 ~  5 0.86 0 0.610x10- 33. 8x103 

12. I .93 20 .813 35.1 

13.4 .99 40 .851 36.4 

14.3 1.01 60 .952 38.0 

14.9 1.14 80 1.10 39.5 

15.8 1.25 ' 100 1.59 41.6 

11.1 1.40 120 2.22 44.5 

16.3 1.50 130 2.64 46.4 

21.3 1.69 140 I.94 50.2 

24.1 2.16 146 52.4 60.1 


~ 

1 2 . 1 ~ 1 0 ~  6 0. I 9  0 2.32x10-3 32.2x10' 

12.5 .88 20 2.22 34.1 

13.1 .91  40 2.19 35.9 

13.9 1.05 60 2.16 31.6 

14.6 1.14 80 2.38 39.4 

15. 5 1.27 100 3.94 41.9 

16.8 1.36 110 5.87 43.6 

11.8 1.51 120 9.06 46.5 

19.4 1.63 125 17. I 49.0 

23.5 1.96 130 53.3 55.6 


~ 

22. 9x103 I 0.78 0 4 . 9 2 ~ 1 0 - ~  41.4x10' 

23.9 .88 10 4.51 44.1 

25.0 .98 20 4.44 46.5 

26.1 1.06 30 5.14 48. I 

27.1 1.12 35 6.22 50.1 

28.1 1.20 40 8.64 52.1 

29.7 1.30 45 13.2 54.5 

32.2 1.50 50 21.3 59.4 

38.2 1. I1 53 51.4 64.5 

42.8 2.03 55 26 12.8 
.~ 

22.6X1O3 8 0.71 0 3. 62x10-3 40 .9~10 '  

24.1 .85 10 3.94 43. 1 

25.6 .93 20 4.25 45.2 

27.1 1.02 30 4.57 47.5 

28.9 1.11 40 4.89 49.9 

32.0 1.21 50 5.72 52.5 

33.3 1.36 60 11.2 56.6 

33.9 1.54 65 22.1 60.3 

35.9 1.71 66 41.6 64.5 

51.5 1.88 69 60.8 68.8 
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Crack Vumbe 
length D f  10X 

22, cycles 
cm N 

~ 

0. 18 0 

. 8 2  1000 

.81 2000 

.96 3000 


1.10 4000 

1.36 5000 

1.59 5500 

1.80 5150 

2.20 5950 

2.61 5990 


0.77 0 

.79 1500 

.81 3000 

.85 4000 

.91 5000 


1.01 6000 

1.18 7000 

1.50 8000 

1.94 8500 

2.14 8611 


0.80 0 

.86 300 

.94 600 


1.01 800 

1.08 1000 

1.17 1200 

1.33 1400 

1.65 1600 

1.94 1700 

2.77 1148 


0.83 0 

.88 200 

.94 400 


1.01 600 

1.10 800 

1.23 1000 

1.43 1200 

1.76 1400 

1. 31 1500 

3.87 1509 


TABLE II. - Continued. CRACK GROW733 DATA FOR 2014-T6 ALUMINUM AT -320' F (11 K) 

(b) Continued. SI Uni ts  
-

Crack Stress intensity facto] Change Spec Crack Number Crack Stress intensity factor 
gm* K, in stres mer lengh, of load P O *  K, 
rate, ~ ~ / m 3 / 2  intensiQ 2% cydes, rate, ~1i/m3/2

WdNlN, factor, cm N 
em/cycle - M G i q M K u ;  AK cm/cydm Maximu Minimum 

- ~ 

0. 016x10-2 33.1x103 1 21.2x103 11.9x10: 13 0.77 0 0.063x10 32.9x10 1 5 . 5 ~ 1 0 ~  

.021 34.0 21. I 12.3 .83 400 .019 34.2 16.1 

.030 35.0 22.4 12.6 .so 800 .124 35.7 16.8 

.057 36.8 23.5 13.3 1.03 1200 .203 38.2 11.9 

.OS8 39.8 25.4 14.4 1.25 1600 .361 42.6 19.9 
.178 44.7 28.4 16.3 1.43 1800 .537 45.9 21.4 

.291 48.8 31.0 17.9 1.I1 2000 .SI2 51.0 23. I 

.625 52.8 ~ 33.3 19.4 2.00 2100 2.39 56.4 26.0 


1.95 60.1 37.6 22.5 2.36 2150 6.22 63.4 28.8 

37.8 69.9 42.9 21.0 - 2.82-
 2169 54.6 73.5 32.5 


0 . 0 0 4 ~ 1 0 - ~  32.9xlc 2 1 . 0 ~ 1 0 ~  11.8x10: 14 0.79 0 0.381X10 33.2x10 I. 1 x 1 0 ~  
.001 33.2 21.2 11.9 .86 100 .381 34.8 8.1 

.015 33.7 21.6 12.1 .94 200 .457 36.4 8.4 

.020 34.6 22.2 12.5 1.03 300 .552 38.2 8.8 

.035 35.1 22.9 12.9 1.18 400 1.02 41.2 9.5 

.064 37.8 24.2 13.6 1.31 450 1.63 43.6 10.0 

.112 41.1 26.2 14.9 1.52 500 2.51 47.6 10.9 

.236 47.2 30.0 17.2 1.68 525 3.86 50.5 11.5 

.912 55.3 34.8 20.4 2.03 550 11.6 56.9 12.9 


.6 71.6 43.8 21.7 2.64 560 11.4 69.2 15.2 


0 . 1 0 2 ~ 1 0 - ~  33.4x10 1 5 . 7 ~ 1 0 ~  17. 6X103 15 0.77 0 0.19OXlO' 32.9x10 7. 6X1O3 

.130 34.8 16.4 18.4 .82 100 .216 33.9 7.9 

.146 36.5 11.2 19.3 .86 200 .241 34.8 8.1 
.111 31.8 17.8 20.0 .91 300 .349 35.9 8.3 

.206 39.2 18.4 10.8 1.00 400 .476 31.7 8.7 

.292 41.1 19.3 11.8 1.12 500 .I30 40.0 9.2 

.543 44.1 20.7 13.4 1.31 600 1.09 43.6 LO. 0 


1.11 49.8 23.2 16.6 1.60 700 2.04 48.9 11.2 

2.03 55.2 25.5 19.7 1.94 750 5. 50 55.3 12.5 

5.7 72.2 32.1 10.1 - 2.67 

-.  

777 7.6 69.8 (5.3 


0 . 1 2 1 ~ 1 0 - ~  34.lXlO 1 6 . 1 ~ 1 0 ~  ~ 8 . 1 ~ 1 0 ~16 0.81 0 0.952XlO- 33.6x10' 0.0 

,124 35.3 16.6 (8.7 .so 40 1.19 35. 5 

.152 36.4 17.1 19.3 .99 80 1.27 37.5 

.181 37.8 17.8 LO. 0 1.04 100 1.65 38.5 

.270 39.6 18.6 L1.0 1.12 120 1.98 40.0 

.403 42.1 19.8 !2.4 1.21 140 2.59 41.7 


- ~ 

.603 45.8 21.4 !4.4 1.32 160 3.25 43.8 

1.22 51.9 24.1 !7. 8 1.48 180 4.59 46.8 

9.21 62.3 28.5 13.9 1.81 200 5.7 52.8 

0 74.7 33.0 11. I 2.49 208 1 66.0 


Change 
in stres 
intensiQ 
factor, 
AK 

.­

11.4x10: 

18.1 

18.9 

20.3 

22.6 

24.5 

27.3 

30.4 

34.6 

41.0 


._ 

25.5X10: 

26.7 

28.0 

29.4 

31.7 

33.6 

36.7 

38.9 

44.1 

54.1 


2 5 . 2 ~ 1 0 ~  

26.0 

26.8 

21.6 

28.9 

30.7 

33.5 

37.7 

12.7 

j4.5 


33. 6X1O3 

35.5 

37.5 

38. 5 

LO. 0 

11. I 

13.8 

16.8 

12.8 

16.0 
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TABLE II. - Continued. CRACK GROWTB DATA FOR 2014-T6 ALUbf lNUM AT -320' F (I1K) 

(b)continued. SI Unib  
~ 

Crack gumber Crack Stress intensity factor Change peci- Number Crack tress intensity factor, 
length, Of l oad  growth 

2% 
cm 

cydes,
N 

rate, 
W W ,  

cm/cyde 

0.17 0 0.194X10- 3 

.84 40 .669 

.91 80 1.06 


1.00 120 1.43 

1.14 160 1.62 

1.31 200 3.21 

1.41 220 4.19 

1.83 240 19.2 

2.13 245 48.3 

2.59 246 13 


0. I1 0 o.008x10-3 

.81 1000 .019 

.85 2000 .032 

.92 3000 .040 


1.01 4000 .053 

1.16 5000 .090 

1.41 6000 .180 

1.64 6500 .311 

2.13 7000 . I 3 0  


3.48 1313 50.8 


0.80 0 0.011~10-


.83 1000 .018 


.89 2000 .038 


.96 3000 .051 

1.09 4000 .010 

1.21 5000 .121 

1.62 6000 .302 

2.02 6500 .521 

2.81 6900 2.86 

3.81 6985 79.8 


K, in stresr men of load growth K, 
w / m 3 / '  intensity cycles, rate, w/m3 l2

factor, N &/a, 
M a x i m  AK cm/cyde .linimum 

~ 

3 2 . 8 ~ 1 0 ~  3 2 . 8 ~ 1 0 ~  21  0.76 0 0 . 0 5 6 ~ 1 0 - ~  2 5 . 4 ~ 1 0 ~6. lx103 


34.3 34.3 .61 400 .015 26.1 6.2 

35.9 35.9 .81 600 . l o 5  21.2 6.5 

31. I 31. I .96 1200 .166 28.9 6.9 

40.4 40.4 1.16 1600 .284 31.6 I.5 

43.6 43.6 1.30 1800 .425 33.6 8.0 

46.6 46.6 1.51 2000 .656 36.6 8. I 

53.2 53.2 1.98 2200 2.05 43.0 0.2 

56.9 58.9 2.54 2260 6.51 50.8 .1.8 

66.2 I 68.2 3.38 2303 90.8 64.8 .4.5 


~~ 

25.6x10' 1 3 . 2 ~ 1 0 ~  22 0.80 0 0 . 0 5 2 ~ 1 0 - ~  2 6 . 1 ~ 1 0 ~  6. %lo3 

26.1 13.5 .85 400 . O l l  26.8 6.4 

26.8 13.9 .93 800 .136 28.1 6. I 

28.0 14.5 1.08 1200 .289 30.5 I.3 

29.3 15.2 1.23 1400 .440 32. I 7.8 

31.6 16.4 1.45 1600 .635 35.8 6.5 

35.2 18.3 1.82 1800 1.31 40.9 9. I 

38.3 20.0 2.25 1900 3.11 46. I 11.0 

45.1 23.6 2. I1 1950 15 53.3 12.4 

66.6 36.5 3.16 1968 .98 13.5 15.9 


~ 

2 5 . 9 ~ 1 0 ~  13. 4x103 23 0.80 0 0 . 1 4 0 ~ 1 0 - ~  2 6 . 0 ~ 1 0 ~  


26.5 13. I .86 200 .146 26.9 

21.4 14.2 .91 400 .190 21.9 

28.9 15.0 1.02 600 .213 29.5 

30.6 15.9 1.15 800 .413 31.4 

33.2 17.2 1.36 1000 .654 34.5 

36.0 19.8 1.51 1100 .883 36.6 

43.6 22.8 1.12 1200 1.54 39.4 

54.8 29.1 2.51 1300 10.2 50.4 

74. I 41.8 3.25 1317 .06 62.3 / 


~ 

0.81 0 0 . 0 4 0 ~ 1 0 ' ~  26.lXlO' 19. 9x103 24 0.81 0 0 . 0 8 9 ~ 1 0 - ~  2 6 . 1 ~ 1 0 ~  


.85 400 .019 26.9 20.4 .86 200 .156 26.9 


.95 800 .162 28.4 21. I .95 400 .283 28.4 

1.12 1200 .260 30.9 23.6 1.09 600 .422 30.6 

1.24 1400 .361 32.8 25.0 1.30 800 .689 33. I 

1.43 1600 .560 35.4 21.0 1.49 900 1.13 36.3 

1. I1 1800 1.26 40.0 30.6 1.83 1000 3.04 41.0 

2.11 1900 2.36 44.8 34.2 2.35 1050 8.95 48.1 

2.44 1950 4.48 49.3 31.8 2.61 1060 33.3 52. I 

3.48 1986 :22 66.8 51.9 3.51 1061 63.5 61.4 


Change 
in stres 
intensit! 
factor, 
AK 


19.3X10: 

19.9 

20. I 

22.0 

24.1 

25.6 

21.9 

32.9 

39.0 

50.3 


19.8X10: 

20.4 

21.4 

23.2 

24.9 

21.2 

31.2 

35. I 

40.9 

51.5 


26.0X10 

26.9 

27. 9 

29.5 

31.4 

34.5 

36.6 

39.4 

50.4 

62.3 


26.1x10 

26.9 

28.4 

30.6 

33.7 

36.3 

41.0 

48.1 

52. I 

61.4 
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TABLE II. - Continued. CRACK GROWTH DATA FOR 2014-T6 ALUNIINUM AT -320' F (77K) 

@) Continued. SI Units 

Grad Tumbei Crack Stress intensity facto Change Speci Cracl Numbei Crack Stress  intensity factor 
lengh 3f load growth K, in s t r e s  men 1" of load growth K, 

2% cydes,  rate, M N / ~ ~ / ~  intensit: 2% cycles rate, 
cm N &/a, ~ factor, cm N &/a, 

~ ~ / m 3 / 2  

-
0.74 0 1 . 0 8 ~ 1 0 - ~  40. lXl0 3. 6X1O3 36.5X10 29 0.88 0 2.66x10-' 43.9x10: 3. 9x103 


.89 28 1.94 44.2 3.9 40.3 1.02 11 4.32 47.5 4.2 

1.02 52 3.18 47.5 4.2 43,3 1.14 23 6.71 50. 7 4.5 

1.14 72 5.23 50. 7 4.5 46.2 1.27 30 10.4 53.8 4.7 

1.27 85 8.60 53.8 4.7 49.1 1.40 36 16.2 56.9 5.0 

1.40 89 14.1 56.9 5.0 51.9 1.52 40 25.1 60.0 5.2 

1.52 93 23.2 60.0 5.2 54.7 1.65 41 39.0 63.1 5.5 

1.65 95 38.1 63.0 5.5 57.6 1.78 43 60.6 66.2 5.7 

1.78 96 62. 7 66.2 5.7 60.5 1.91 43 94.2 69.4 5.9 

2.01 97 53 72.0 6 .1  65.9 2.00 44 60 73.4 6.2 


0.80 0 1.61X10-3 41.9X10 3 . 7 ~ 1 0 ~  38.2x10: 30 0.98 0 3 . 9 4 ~ 1 0 - ~  46. 5x103 4 . 1 ~ 1 0 ~  

.89 14 2.24 44.2 3.9 40. 3 1.02 1 4.53 47.5 4.2 


1.02 31 3.67 47.5 4.2 43.3 1.14 2 7. 22 50.7 4.5 

1.14 42 6.01 50.7 4.5 46.3 1.27 8 11.5 53.8 4.7 

1.27 53 9.84 53.9 4.7 49.1 1.40 13 18.3 56.9 5.0 

1.40 58 16.1 56.9 5.0 52.0 1.52 16 29.2 60.0 5.2 

1.52 60 26. 3 60.0 5.2 54.8 1.65 18 16.4 63. 1 5.5 

1.65 62 43.1 63.1 5.5 57.6 1.78 19 73.9 66.2 5. 7 

1.78 64 70. 5 66.2 5. 7 60.5 1.90 20 18 69.4 5.9 

1.85 65 94.7 68.1 5.8 62.3 


cm/cycle Maximu Minimum AK cm/cyde Maximui Minimum 

-

~~ 
~~ 

0.86 0 1 . 9 1 ~ 1 0 - ~  43.5x10: 3. 86X1O3 39.6X1Oi 31 0.87 0 4 . 6 4 ~ 1 0 - ~  43. lX1o3 3 . 9 ~ 1 0 ~  

.89 3 2. 13 44.2 3.92 40.3 .89 1 4.97 44.2 3.9 


1.02 17 3.48 47.6 2.21 13.3 1.02 6 7.60 47.5 1.2 

1.14 28 5.70 50.8 4.48 16.3 1.14 11 11.6 50.7 1.5 

1.27 38 9.32 53.9 1.73 19.1 1.27 17 17.7 53.8 1.7 

1.40 44 15.2 57.0 1.98 52.0 1.40 21 !I. 1 56.9 5.0 

1.52 48 24.9 60.0 5.23 54.8 1. 52 22 L1.4 60.0 5.2 

1.65 50 40.8 63.1 5.46 57. 7 1.65 23 i3.4 63.1 5. 5 

1.78 51 56.7 66.3 5. 70 30.6 1.78 24 36.8 66.2 5. 7 

1.88 52 98.9 68.8 5.88 32.9 1.90 25 18 69.4 5.9 


0.86 0 1.68x10-3 43,5x10' 3.  9x103 39.6X1O3 32 1.84 0 3 . 3 2 ~ 1 0 - ~  42. 9x103 I. 8 x 1 0 ~  

.89 4 1.89 44.2 3.9 10.3 1.02 9 6.14 47. 5 L. 2 


1.02 16 3. 15 47.5 1. 2 13.3 1. 14 18 9.52 50. 7 1. 5 

1. 14 32 5.27 50. 7 1. 5 16.2 1.27 23 .4. 8 53.8 L. 7 

1.27 42 8.81 53.8 1. 7 L9.1 1.40 28 !2.9 56.9 i. 0 

1.40 47 14.7 56.9 5.0 51. 9 1. 52 30 15.4 60.0 i. 2 

1. 52 52 14.6 60.0 5.2 54. 7 1.65 31 i4.9 53.1 i. 5 

1.65 54 11.2 63. 1 i .  5 i7.6 1.78 32 15.1 56.2 i .  7 

1.78 55 $8.8 66.2 i. 7 io. 5 1.90 32 12 59.4 i. 9 

I. 88 56 )4 68. 7 i. 9 i2.9 1. 93 33 4 70.1 i. 0 


Change 
in s t res  
intensib 
factor, 
AK 


io. 0x10: 

13.3 

16. 3 

19.1 

b2. 0 

P4.8 

17.6 

to. 5 

3. 5 

7. 2 


2. 4x103 

3.3 

6 . 3  

9.1  

2.0 

4.8 

7. 6 

0.5 

3. 5 


9. ax103 

0.3  

3. 3 

6.2 

9.1 

1.9 

4. 8 

7.6 

D. 5 

3. 5 


3 . 1 ~ 1 0 ~  


3. 3 

3.3 

3. 1 

2.0 

1. 8 

7.6 

1. 5 

3. 5 

L. 1 
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TABLE II. - Continued. CRACK GFIOWTH DATA FOR 2014-T6 ALUMINUM A T  -320' F ( I 7  K) 

tb) Continued. 81 Units 

Ipeci- Crack iumber Crack Lress intensity factor Change Speci- Crack Numbei Crack 
men length of l oad  growth K, in stress men 1ength, of l oad  growth 

'Za, cydes, rate, MN/~'/' intensity 2% cycles, rate, 
cm N &/a, factor, cm N 

cm/cycle Maximuu Minimum AK cm/cycle 
~ 

33 0.62 0 3 . 5 4 ~ 1 0 - ~  4 2 . 4 ~ 1 0 ~  3.8~103 3 8 . 6 ~ 1 0 ~  31 0.16 0 0 . 3 4 2 ~ 1 0 - ~  
.69 8 4.41 44.2 3.9 40.3 1.02 281 .I11 


1.02 16 6.64 47.5 4.2 43.3 1.27 374 1.50 

1.14 24 10.0 50. I 4.5 46.2 1.52 435 3.15 

1.27 29 15.0 53.8 4.7 49.1 1.78 465 6.59 

1.40 32 22.6 56.9 5.0 51.9 2.03 418 13.8 

1.52 36 s4.1 60.0 5.2 54.8 2.29 486 28.9 

1.65 31 51.3 63.1 5.5 51.6 2.54 488 60.6 

1.18 38 11.2 66.2 5. I 60.5 2. I 9  489 121 

1.93 39 126 I O .  7 6.0 64.1 2.87 490 158 


34 	 0.88 0 3. 8 8 x 1 ~ - 3  4 4 . 0 ~ 1 0 ~  3 . 9 ~ 1 0 ~  4 0 . 1 ~ 1 0 ~  38 0.79 0 0 . 2 9 6 ~ 1 0 - ~  


1.02 6 5.92 41.5 4.2 43.3 1.02 227 .519 

1. 14 10 8.81 50. I 4.5 46.3 1.27 386 1.24 

1.27 19 13.1 53.8 4.7 49.1 1.52 456 2.61 

1.40 24 19.5 56.9 5.0 52.0 1. 18  481 5.12 

1.52 26 29.1 60.0 5.2 54.8 2.03 503 12.3 

1.65 28 43.3 63.1 5.5 51.6 2.29 511 26.3 

1.I 8  29 64.4 66.2 5. I 60.5 2.54 514 56.5 

1.90 30 95.8 69.4 5.9 63.5 2. I 9  515 121 

1.93 31 104 I O .  1 6.0 64.1 2.90 516 165 


!# 
35 0.82 0 0 . 3 5 6 ~ 1 0 - ~  3 3 . 9 ~ 1 0 ~  3 . 1 ~ 1 0 ~  3 0 . 7 ~ 1 0 ~  39 0.75 0 0 . 2 9 6 ~ 1 0 - ~  

/ . 

1.02 229 .629 38.0 3.5 34.5 1.02 326 .681 

1.21 315 1.31 42.9 3.9 39.0 1.21 428 1. 51 

1. 52 444 2. I1  41.6 4.4 43.3 1.52 490 3.33 

1.78 478 5.64 52.3 4.7 41.5 1. 18  518 7.31 

2.03 496 11. I 51.0 5.1 51.8 2.03 529 16.3 

2.29 504 24.3 61.9 5.5 56.3 2.29 534 36.1 

2.54 508 50.4 61.1 5.9 61.2 2.54 536 79.9 

2. I 9  509 105 12.8 6.3 66.5 2.61 537 119 

3.00 510 188 78.0 6.6 11.4 2.74 537 151 
__ 

36 	 0.87 0 0 . 4 1 0 ~ 1 0 - ~  34. 9x103 3 . 2 ~ 1 0 ~  31. '7x10~ 40 0.86 0 0.456x10-3 

1.02 104 ,631 38.0 3.5 34.5 1.02 86 ,764 

1.21 210 1.35 42.9 3.9 39.0 1.21 199 1.76 

1.52 211 2.86 41.6 4.4 43.3 1.52 255 4.05 

1.18 312 6.04 52.3 4. I 41.5 1. 18 271 9.34 

2.03 329 12.8 51.0 5.1 51.9 2.03 284 21.5 

2.29 337 21.1 61.9 5.5 56.4 2. 16 287 32.6 

2.54 340 51.3 61.1 5.9 61.2 2.29 289 49.5 

2.61 341 83.4 69.9 6.1 63.8 2.41 290 15.2 

2. I 9  342 121 72.8 6.3 66.6 2.64 291 159 


P 


! 

3tress intensity factor, 
K, 


~ t i / m 3 / 2  

Maximum Kinimum 

3 2 . 1 ~ 1 0 ~3 . 0 ~ 1 0 ~  

36.0 3.5 

42.9 3.9 

47.6 4.4 

52.3 4. I 

51.0 5.1 

61.9 5.5 

61. 1 5.9 

12.6 6.3 

14.7 6.4 


33. 3x103 3 . 1 ~ 1 0 ~  


38.0 3.5 

42.9 3.9 

41.6 4.4 

52. 3 4. I 

51.0 5.1 

61.9 5.5 

61. 	1 5.9 

12.8 6.3 

75.4 6.4 


~ 

32. 4x103 3 . 0 ~ 1 0 ~  


38.0 3.5 

42.9 3.9 

47.6 4.4 

52. 3 4.7 

57. 0 5.1 

61.9 5. 5 

61. 1 5.9 

69.9 6.1 

71. 6 6.2 


3 4 . 7 ~ 1 0 ~3 . 2 ~ 1 0 ~  


38.0 3.5 

42.9 3.9 

47.6 4.3 

52.3 4. I 

51. 0 5.1 

59.4 5.3 

61.8 5.5 

64.4 5. I 

69.3 6.0 


~~ 

Change 
in stress 
intensity 
factor, 
AK 


2 9 . 6 ~ 1 0 ~  


34.5 

39.0 

43.3 

41.5 

51.6 

56.3 

61.2 

66.5 

68. 3 


3 0 . 3 ~ 1 0 ~  


34.5 

39.0 

43.3 

41. 5 

51.9 

56.4 

61.2 

66.6 

68.9 


29. 4x103 

34.5 

39.0 

43.3 

47. 5 

51.9 

56.4 

61.2 

63.8 

65.4 


3 1 . 5 ~ 1 0 ~  


34.5 

39.0 

43.3 

47. 5 

51. 8 

54.1 

56.3 

58.7 

63.2 
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TABLEIL - Continued. CRACK GROWTH DATA FOR 2014-T6 ALUMINUM AT -320' F (I1K) 

@) Continued. SI Unite 
7 - - ~~ -- . .. .-
Sped Cracl Numbei Crack Stress intensity E Change Speci, Crack Nnmbe Crack $tressintensity facto] -gt 
men 1engU of l oad  GO* K, in stresi men length of load GO* K, in stre 

cm N w", - factor, cm N da/W factor 

- - cm/cycle- Maximu Mini~- AK 
- - - - cm/cyclt

~- -
Maximu1 
- Minimum AK~-~ _ _ . 

4 1  0.69 0 0.615x10' 35.5XlC 3. s 32.2X10 45 0.88 0 0.129X10' 2l.ox10 2.6X103 24.4XU 

1.02 49 .992 38.1 3.5 34.6 1.14 830 .261 31.4 3.0 28.4 

1.27 141 2.14 43.0 3.9 39.1 1.52 1201 . I02  36.8 3.5 33.3 

1.52 192 4.62 41. I 4.4 43.4 1.90 1361 1.85 42.0 3.9 38.0 


2% cydes, rate, MN 1/2 intensib 2% cycles rate, m / m 3 / 2  intensi 

1.18 209 9.91 52.4 4. I 41.8 2.29 1431 4.86 41.2 4.4 42.8 

2.03 211 21.5 51.1 5.1 51.9 2.54 1455 9.26 50.8 4. I 46.1 

2.29 220 16.4 62.0 5.5 56.5 2.19 1461 17. I 54.6 5.0 49.6 

2.41 221 58.2 64.5 5. I 58.8 3.05 1414 33. I 58. I 5.3 53.4 

2.54 222 IO 61.2 5.9 61.3 3.30 1411 64.2 83.3 5. I 51.6 

2.82 223 33 . 6,3 61.3 - -~ 
_ _  

42 0.91 0 0.311X10- 35.9XlO 3.3, 32.6X10: 46 0.94 0 0.218XlO' 28.3x10 2 . 1 ~ 1 0 ~  25.6XlC 

1.02 39 .516 38.0 3.5 34.5 1.02 233 .264 29.5 2.8 26. I 

1.21 161 1.18 42.9 3.9 39.0 1.52 126 .958 36.8 3.5 33.3 

1.52 232 2.69 41.6 4.4 43.3 2.03 884 3.41 43. I 4.1 39.6 

1.18 260 6.15 52.3 4. I 41.5 2.29 913 6.61 41.2 4.4 12.8 

2.03 280 14.1 51.0 5.1 51.8 2.54 930 12.6 50.8 4. I 16. 1 

2.16 284 21.3 59.4 5.3 54.0 2. I 9  938 24.0 54. I 5.0 19.6 

2.29 288 32.1 61.8 5.5 56.3 3.05 942 45.6 58.8 5.3 53.4 

2.41 290 18.6 64.4 5.7 58. I 3.43 944 20 65.8 5.8 io. 0 


__ 2.62 __ 291 _ _  34.0 __ 68.1 
_. .. 

6.0- _  62. I 3.66 945 
- ~~ 

14 
- .. 

I O .  9 6.2 
-. . 

i4. I 


43 0.82 0 0.901x10-' 33.9XlO 3. 1, 30.8X10' 4 1  0.87 0 0.146~10- 21.1XlO 2. 6X1O3 14.5x10 
.89 4 1  1.16 35.4 3.3 32.1 1.14 1 3 1  .296 31.3 3.0 ?8.4 


1.02 92 1.80 38.0 3.5 34.5 1.52 1131 . I 6 4  36. I 3.5 13.3 

1.14 131 2.82 40.5 3.7 36.8 1.90 1219 1.91 41.9 3.9 18.0 

1.21 145 4.41 42.9 3.9 39.0 2.29 1331 5.10 41.1 4.4 12. I 

1.52 162 LO. 8 41.6 4.4 43.3 2.61 1363 13.2 52.6 4.9 L l .  8 

1.78 111 16. 3 52.2 4. I 41.5 2.92 1315 34.8 56.6 5.2 11.4 

1.90 113 11.1 54.6 4.9 49.6 3.18 1379 16.1 60.9 5.5 i5.4 


- - ~. 13.6 3.53 1418 15 - 68.0 6.0 _ _  62.0 

2.16 114 10 59.3 5.3 54.0 3.43 1380 17.9 65. I 5.6 19.9 


- 2.39 115 !4 
~ 

63.9 5. 
.-
I 58.2 3.63 1381 I O .  2 6.1 84,O- - . - _ _  - - .. 

44 	 0.87 0 0.550x10-' 34.9r10: 3.2* 3 1 . 1 ~ 1 0 ~  48 1.92 0 0.151x10- 27.9x10: 2 . 1 ~ 1 0 ~  5.3X10 

1.02 86 .884 38.0 3. 5 34.5 I .  02 221 .193 29.4 2.8 6.6 

1.21 164 1.98 42.9 3.9 39.0 I .  2 1  716 .369 33.2 3.2 0.0 

1.52 229 4. 43 41.6 4.4 43.3 1. 52 880 .IO8 36.8 3.5 83. 3 

1.78 241 9.92 52.2 1. 7 41.5 2.03 1101 2.60 43. I 4.1 9.6 

2.03 255 2.2 56.9 5. 1 51.8 z. 54 1155 9.55 50.8 4. I 6.0 

2.16 258 13.2 59.3 5. 3 54.0 2.79 1161 .8.3 54.6 5.0 9.6 

2.29 259 9. I 61.8 5. 5 56.3 1.05 1114 15.1 58. I 5.3 3.3 

2.41 26 1 4.4 64.4 5.7 58. I 1. 30 1111 i l .  2 33.2 5. I I.6 

2.59 262 81 68.1 5.0 62.2 3.45 1178 19.3 56.3 5.9 0.4 
- -__ ~ ~~ 
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T A B L E  U. - Concluded. CRACK GROWTH DATA FOR 2014-T6 ALUlKINUM A T  -320' F (I1K) 

(b) Concluded. SI Units 

:peci Crack Vumber Crack itress intensity factor Change Ipeci- Crack Number Crack 
men length, of load growth K, in stress men length, of load growth in stresi 

2% cycles, rate, m / m  3/2 intensity 2% cycles, rate, intensitj 
cm N &/ai, factor, cm N &/ai, factor, 

cm/cycle Maximum Minimum AK cm/cycle Maximum Hinimum AK 
~ 

49 	 0.88 0 0 . 1 2 5 ~ 1 0 - ~  2 1 . 3 ~ 1 0 ~2.6X1O3 24. 7x103 52 0.90 0 0 . 1 4 0 ~ 1 0 - ~  21. 6X1O3 2.6X1O3 25.0x10' 
1.21 966 .311 33.2 3.2 30.1 1.14 688 .254 31.4 3.0 28.4 
1. 18  1340 1.01 40.2 3.8 36.4 1.52 1049 .641 36.8 3.5 33.3 
2.29 1416 3.30 41.2 4.4 42.8 1.18 1169 1.21 40.2 3.8 36.4 
2.54 1519 5.96 50.8 4.1 46.1 2.03 1244 2.25 43. I 4.1 39.6 
2. I 9  1539 10. I 54.6 5.0 49.6 2.29 1291 4.19 41.2 4.4 42.8 
3.05 1550 19.4 58.7 5.3 53.4 2.54 1319 7.82 50.8 4.7 46.1 
3.30 1555 35.0 63.3 5. I 51.6 2.92 1336 19.9 56.6 5.2 51.4 
3.56 1558 63.2 68.5 6.0 62.5 3.18 1342 31.1 60.9 5.5 55.4 
3.16 1559 0 1  13.4 6.3 61.0 3.43 1346 69.2 65.8 5.8 59.9 

50 0.87 0 0 . 1 2 0 ~ 1 0 - ~  21.2x103 2. 6X1O3 24. 6 x 1 ~ 3  53 0.91 o 0 . 2 2 8 ~ 1 0 - ~  27. 7x103 2.6X1O3 25.1x10: 
1.02 525 .116 29.5 2.8 26.7 1.21 662 .585 33.2 3.2 30. 1 
1.21 810 .349 33.2 3.2 30.1 1.65 840 1.51 38.5 3.6 34.9 
1.52 1033 .693 36.8 3.5 33.3 1.90 899 3.03 42.5 3.9 38.0 

I .' 1. 18 1156 1.38 40.2 3.8 36.4 2.16 931 5.86 45.4 4.3 41.2 
I .I 

2.03 1231 2.13 43.1 4.1 39.6 2.41 948 11.3 49.0 4.6 44.4 
2.29 1215 5.43 41.2 4.4 42.8 2.61 956 21.9 52.7 4.9 47.8 
2.61 1303 15.2 52.1 4.9 41.8 2.92 962 42.2 56.6 5.2 51.4 
3.05 1312 42.5 58. I 5.3 53.4 3.18 964 81.6 60.9 5. 5 55.4 
3.40 1314 11 65.3 5.8 59.5 3.43 965 158 65.8 5.8 59.9 

51 0.96 0 0 . 1 2 7 ~ 1 0 - ~  28.6X103 2. lX103 25. 9x103 54 0.92 0 0 . 1 1 9 ~ 1 0 - ~  2 1 . 9 ~ 1 0 ~  2. 7x103 25.2X10: 
1. 14 441 .203 31.4 3.0 28.4 1.21 726 ,301 33.2 3.2 30.1 
1.52 971 ,543 36.8 3.5 33.3 1.65 1031 .820 38.5 3.6 34.9 
1.90 1148 1.45 42.0 3.9 38.0 2.03 1174 2.24 43. I 4.1 39.6 
2.29 1235 3. 88 47.2 4.4 42.8 2.29 1223 4.36 41.2 4.4 42.8 
2.54 1261 I.48 50.8 4.7 46. 1 2.54 1248 8.52 50.8 4. I 46. 1 
2.19 1283 14.4 54.6 5.0 49.6 2.79 1269 16.6 54.6 5.0 49.6 
3.05 1290 27. I 58. 7 5.3 53.4 3.05 1273 32.4 58. I 5.3 53.4 
3. 30 1294 53.5 63.3 5. I 57.6 3.30 1275 63.3 63.3 5. I 57.6 
3.48 1295 84.6 66.8 5.9 60.9 3. 56 1276 124 68. 5 6.0 62. 5 
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TABLE m. - INITIAL CONDITIONS AND TEST DATA FOR Ri RATIO EFFECTS FOR 2014-T6 ALUMINUM AT -320' F (77 K) 

(a) U. S. Customary Units 

Gross f rac ture  Initial s t r e s s  Ratio of Initial s t r e s s  iatio of maximum Ratio of maximum Maximum s t r e s s  Cycles to Percentage 

imen quency, s t r e s s ,  intensity, Kmin/Kmax, intensity initial to critical initial to nominal intensity for  las t  failure, of critical 

u, 
Ri 

factor range, s t r e s s  intensity, critical s t r e s s  complete cycle 
AKi, K m a x , J K c  1 

intensity, , before failure,  
Nf f rac ture  

s t ress ,  

Initial, Last ,  Minimum Maximum Minimum Maximum I ' k s i c  

r-7'1 
2ai 2al 

35.8 47.7 

i 
~ 27.1 38.2 ! 0.71 

1 

I 11.1 0.59 

I 

I 0.90 

ks i  &. 
i 

4016 901 1 0 . 5  1 0 . 3 2  0.85 69.3 
.59 .89 ! 68.1 4092 

.32 .84 , 23.9 I 17.4 38.3 .46 .59 .90 68.7 404 

4 1 I .31 .97 ' 23.9 , 17.0 37.4 
1 
I .46 .58 

i 
1 .88 77.8 586 

.32 .85 11.9 38.1 I .22 .59 . 8 7  69.3 146
5 , 

1	 6 . 3 1  .77 11.9 I I 8.4 37.7 .22 .59 .89 , 64.3 130 

7 1  1 .31  . E O  0 I ' 0 37.7 1 0 .59 ! .89 ' 66.2 55 

8 ' 1  1 .30 .74 0 11 0 37.2 ~ 0 .58  I .E8 62.6 69 

.71 65.1 8617 
11 . 3 1  1.09 19.9 14. 3 30.4 .47  ' 16.1  .47 . 7 1  65.7 1748 
12 .33 1.13 19.9 14.6 31.1 16.4 .48 , .73 68.0 1509 
13 .30 1.11 19.9 14.1 29.9 ~ .47 15.9 ' .47 1 .71 66.9 2169 

. 2 314 .31 1.04 9.9 7.0 30.2 .47 I
, 23.2 .47 . 7 1  63.0 560 

! 	 20 ' . 3 2 8 1 . 3 7  ' 8.0 ' ' 5.7 ' 23.8 .24 18.1 ! .37 .56 , 60.8 ' 1986 
21 .30 1.33 , 8.0 5. 5 , 23. 1 .24 , 17.6 .36 .55  59.0 2303 
22 .32 1.48 8.0 ' I 5.7 i 23.7 .24 18.0 , .37 I .56 66.8 1968 
23 .32 1.28 0 0 23.7 0 23.7 .37 .56 56.7 1317 

./ i 
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(b) SI Units 

Gross fracture Initial s t r e s s  Ratio of Initial s t r e s s  Ratio of maximux 
s t ress ,  intensity, Kmin/Kmax, intensity initial to critical 

factor range, s t r e s s  intensity,
Ri 

~~-
Initial, Last, dinimum vlaximum Minimum Maximun 

2ai 2al 

1 0.5 0.81 2.15 24.7 0.71 12.2 0.59 
2 .80 2.11 24.7 29.6 41.7 .71 12.1 .59 
3 .81 2.13 16.5 19.1 42.0 .46 22.9 .59 
4 .79 2.54 16.5 18.9 41. 5 .46 22.6 .58 
5 .86 2.16 8.2 9.7 43.5 .22 33.8 .59 
6 .79 1.96 8.2 9.3 41.4 .22 32.2 .59 
7 .78 2.03 0 0 41.4 0 41.4 .59 

8 1 .77 1.88 0 0 40.9 .58 

9 0.5 0.78 2.67 18.4 21.2 33.1 0.64 11.9 0.47 
10 .77 2.74 18.4 21.0 32.9 .64 11.8 .47 
11 .80 2.77 13.7 15.7 33.4 .47 17.6 .47 
12 .83 2.87 13.7 16.1 34.1 .47 18.1 .48 
13 .77 2.82 13.7 15. 5 32.9 .47 17.4 .47 
14 .79 2.64 6.8 7.7 33.2 .23 25.5 .47 
15 .77 2.67 6.8 7.6 32.9 .23 25.2 .47 
16 .81 2.49 0 0 33.6 0 33.6 .48 
17 1 .77 2.59 0 0 0 32.8 .46 

18 0.5 0.77 3.48 11.0 0.48 13.2 0. 36 
19 .80 3.81 11.0 .48 13.4 .37 
20 .81 3.48 5. 5 .24 19.9 .37 
21 .76 3.38 5. 5 25.4 .24 19.3 .36 
22 .80 3.76 5. 5 .24 19.8 .37 
23 .80 3.25 0 26.0 0 26.0 .37 
24 1 .81 3.51 0 I 26.1 0 26.1 .37 

= 36.6 MN/cm2. 

Ratio of maximum Maximum s t ress  
initial to nominal intensity for  last 
critical s t r e s s  complete cycle 

intensity, before failure,  

'mu,  i E c n  	 'ma ,  2 7 

m / m 3 l 2  

0.90 76.2 
.89 74.8 
.90 75.5 
.88 88.2 
.87 76.2 
.89 70.7 
.89 72.8 
.88 68.8 

0.71 69.9 
.71 71.6 
.71 72.2 
.73 74.7 
.71 73.5 
.71 69.2 
.71 69.8 

66.0 
.70 ~ 68.2 

0.55 66.8 
.55 74.7 
.56 66.8 
.55  64.8 
.56 73.5 
.56 62.3 
.56 67.4 

:ycles to Percentage 
failure,  of critical 

Nf fracture 
s t ress ,  
%U: 

4092 
404 
586 
146 
130 
55 

8617 
1748 
1509 
2169 

560 
777 
208 
248 \ 

w 
(D 
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TABLE N. - INITIAL CONDITIONS AND TEST DATA FOR CYCLIC RATE AND SCATTER EFFECTS FOR 2014-T6 ALUMINUM AT -320' F (77 K) 

(a)U. S. Customary Units 

Initial stress 
Fre­imen quency, I stress, 

ks i  7 AKi, Kmax, i/Kc intensity, before  failure, 

Initial Last, Minimum Maximum Minimum Maximum k s i  
2a. Za, , ksi&. 

i 
25 0.5 0.29 0 . 7 9 1  4.8 3.2 1 36.5 0.09 33.2 ' 0.57 0.86 65. 5 

.32 .73 3.4 38.1 34.7 .59 .89 62.0 97 I g; I 

.34 39.6 36.1 .62 .92 62.6 , 
28 .74 3. 5 39.6 36.0 .62 .92 62.6 
29 .81 3. 5 39.9 i 36.4 .62 .93 66 .8  44 

30 0.05 0.39 0.75 4.8 47.7 3 .8  42.4 0.09 38.6 0.66 0.98 63.2 
31 I .34 .75 I I 3. 5 39.8 I 36.2 .62 . 9 3  63.2 25 

32 ', I .33  .76 3. 5 39.0 35.5 .61 .91 63.8 33 
33 .32 .76 38. 5 .60 .90 63.8 39 

34 I .35  .76 40. 1 .62 .93 63.8 31 
~ ~ 

35 0.5 0 . 3 2 1 . 1 8  4.0 2.9 30.8 0.09 27.8 0.48 0.72 71.0 510 75 

.34 1.10 2.9 31.8 28.8 .49 .74 66 .3  342 

.30 1.13 I "1' 2.7 29.7 .46 .70 68.0 490 

38 . 3 1  1.14 2.8 30. 3 .47 .71 68.6 516 

39 . 30 1.08 2.7 29. 5 .46 .69 65.2 537 

40 0.05 0.34 1.04 4.0 2.9 31.6 0.09 28.7 0.49 0.74 63.0 291 75 
41 3.0 32. 3 29.3 .50 .75  70.0 223 

3.0 32.7 29.7 . 5 1  .76 62.5 291 
.32 .94 2.9 30.9 28.0 .48 .72 58.1 175 

44 .34 1.02 

1 
2.9 31.8 I 28.8 .49 .74 62.0 262 

i
45 0.5 0.34 1.39 3.2 2.3 24.5 ' 0.10 22.2 0. 38 0.57 61.8 ' 1478 60 

.37 1.44 2.5 25.8 23.3 .40 .60 64.5 945 

.34 1.43 '1' 2.3  24.6 .38 .57 63.9 1381 

48 2.4 25.4 .40 .59 66.3 1178 
49 2.4 j 24.8 .39 .58  66.8 1559 J 
50 0.05 0.34 1.34 3.2 2.4 1 24.8 0.10 22.4 0.39 0.58 59.4 1314 60 

2.5 26.1 23.6 .41 .60 60.8 1295 
2.4 25.1 22.7 .39 .58  59.9 1346 

53 .36 1.35 2.4 25.3 22.8 .39 .59  59.9 965 
54 .36 1.40 2.4 25.4 23.0 .39 .59 62. 3 1276 1 

= 53. o hi. 



--- 

(b) SI Units 

Spec- Fre- Crack length, Gross f racture  Initial s t ress  Ratio of Initial s t ress  Ratio of maximum Ratio of maximum Maximum s t ress  Cycles to Percentage 
h e n  quency, cm s t ress ,  intensity, Kmin/Kmax, intensity initial to critical initial to nominal intensity for l as t  failure, of critical 

f, u> K, factor range, s t r e s s  intensity, critical s t r e s s  complete cycle Nf fracture 
BZ m / c m 2  ~ ~ / m 3 / 2  Ri q, Kmax, i B c  intensity, before failure, s t ress ,  

Initial, Last, Minimum Maximum Minimum Maximum ~ ~ / m 3 / 2  Kmax, i B c n  ' m a ,  1 1  
W U , b  

2a. 2a, ___- ~ ~ / m 3 / 2  

25 0.74 2.01 3.3 3.6 40.1 0.09 36.5 0.57 0.86 72.0 97 

3.7 41.9 38.2 .59 .89 68.1 65 

3.9 43.5 39.6 .62 .92 68.8 52 

28 .86 1.88 3.9 43.5 39.6 .62 .92 68.7 56 

29 .88 2.06 3.9 43.9 40.0 .62 .93 73.4 44 

.62 .93 70.1 , 31 I 

38 
39 

.79 2.90 

.75 2.74 
3.1 
3.0 

33.3 
32.4 i 30.3 

29.4 

.47 

.46 

.71 

.69 

75.4 

71.6 

516 

537 

40 0.05 0.86 2.64 3.2 34. I 0.09 31.5 0.49 0.74 69.3 291 75 

.89 2.82 3.3 35.5 32.2 .50 .75 73.6 223 

.91 2.62 3.3 35.9 32.6 . 5 1  .76 68.7 291 

43 .82 2.39 3.1 33.9 30.8 .48 ~ .72 63.9 175 

44 .87 12.59 3.2 34.9 31.7 .49 .74 1 68.1 262 

0.86 3.53 2.6 27.0 0.10 24.4 0.38 0.57 68.0 

.94 3.66 2.7 28.3 25.6 .40 .60 70.9 

.87 3.63 2.6 27.1 24.5 .38 .57 70.2 

.92 3.45 2.7 27.9 25.3 .40 .59 66.3 1178 

.88 3.76 2. 8 27.3 ~ 24.7 ~ .39 .58 73.4 1559 

0.87 3.40 27.2 0.10 24.6 0.39 0.58 65.3 60 
.96 2.48 28.6 25.9 .41  .60 66.8 

.90 3.43 27.6 25.0 .39 .58 65.8 

35 0.5 0.82 3.00 2,8 27i5 3.1 33.9 0.09 30.7 0.48 0.72 78.0 510 
.87 2.79 3.2 34.9 31.7 .49 .74 72.8 342 
.76 2.87 3.0 32.7 29.6 .46 .70 74.7 490 

1:: 1 

53 	 I. 91  3.43 27.7 .39 .59 65.8 965 

.92 3.56 27.9 .39 .59 68.5 1276 

boc = 36.6 MN/cm2. 
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